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ABSTRACT
This thesis presents details on progress made in the fabrication and application of
short and novel structure fibre Bragg gratings. The basic theoretical concepts of infibre Bragg gratings and photosensitive mechanisms are introduced together with an
overview of fabrication methods and applications presented to date.
The fabrication of fibre Bragg gratings using a quadrupled Nd:YAG laser is
presented and some of the issues of grating fabrication using a phasemask are
investigated, including the variation of the separation of the fibre and phasemask,
and other alignment issues. A new apodisation technique is presented, enabling the
production of gratings with a wide range of spectral profiles. The technique is used
to investigate the design and fabrication of length limited fibre Bragg gratings for use
in telecommunication systems as filters. Application to devices designed for use in
WDM systems is presented.
The use of fibre Bragg gratings as high spatial resolution distributed sensors is
investigated. Grating sensing arrays comprising very short apodised gratings are
demonstrated and Chirped Moire gratings are implemented as distributed sensors
achieving high spatial resolution with miniature point sensing sub-elements. A novel
grating sensing element designed to imitate an interferometer is also presented.
Finally, the behaviour of gratings fabricated in Boron-Germania-co-doped fibre is
investigated, revealing atypical behaviour of the Bragg wavelength during ageing.
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1 INTRODUCTION
1.1 Perspective
Optical fibres represent one of the most significant technological advances in the
latter 25 years of the 20th century. Their many diverse applications pay credit to the
ideal characteristics of fibres:

the small size (

~125Jlm

diameter), near perfect

transmission characteristics, very broad bandwidth capability, reduced susceptibility
to electromagnetic interference and reliability.

It is because of these incredible

properties that optical fibres represent the next generation technology in so many
applications such as telecommunications, signal processing, medicine and smart
structures. In-fibre Bragg gratings are ideal components in fibre optic systems as
they are, as the name suggests, made inside the fibre itself meaning that the
integration of the components is simple, with very low loss. The potential for optical
fibre systems incorporating Bragg gratings is seemingly endless, as industry is only
just beginning to realise their many capabilities in real systems.
Research in fibre Bragg gratings has progressed rapidly in the last 10 years, since the
first inscription through the side of the fibre [1]. In recent years, several companies
have started making and selling a variety of Bragg gratings, mainly for the
telecommunications and sensing industries.

Among the first devices to be

commercialised were chromatic dispersion compensators - long chirped gratings
designed to compensate for the chromatic dispersion experienced by high speed
optical data transmitted over the existing fibre network. Other devices, such as filters
designed for use as add/drop nodes in wavelength division multiplexed systems,
enable vast increases in capacity using the current telecommunications infrastructure.
Gratings are also finding application in structural sensing, being embedded in many
composite structures during production. Structural sensing can also be performed by
bonding the gratings to existing structures, for instance to monitor the degradation of
old concrete structures, or the strain on aircraft wings during flight. There are many
other applications of gratings, a few of which are touched on in chapter 2.
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The many emergmg applications for Bragg gratings reqUITe research into the
behaviour of gratings in different situations: how will they perform in 25 years time?
will they survive 20 years of being strained without breaking? Different fibres have
been developed over the years in order to enable more effective fabrication of
gratings. However, each of these special fibres requires characterisation before being
cleared for use in devices. In addition, many different UV laser sources have been
trialed, in an effort to harness the full potential of Bragg gratings.

The use of

gratings in telecommunications systems places increasing demands on the design and
fabrication of gratings and there are many trade-offs between many parameters to be
considered when designing a grating for a specific device.

1.2 Thesis Overview
The work contained within this thesis addresses a variety of issues involved in the
fabrication, characterisation and application of fibre Bragg gratings.

The main

technological advances presented may be summarised as follows:
•

Development of a fibre Bragg grating fabrication utility employing a frequency
quadrupled Nd:YAG laser

•

A new simple and flexible apodisation technique

•

A comprehensive study of the trade offs involved in the design and fabrication of
uniform period apodised fibre Bragg gratings

•

New insights into the long-term characteristics fibre Bragg gratings fabricated in
boron-germania co-doped fibres

•

Development of advanced grating structures for sensing applications

•

Novel use of chirped Moire gratings as miniature distributed sensors

Chapter 2 provides the reader with an overview of the development of fibre Bragg
grating technology and aims to portray the current status of the field. Since the
explosion in worldwide research into fibre Bragg gratings in 1989, the field has
developed rapidly, and so only those aspects of fibre gratings relevant to the work
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contained within this thesis are reported.

The coupled mode theory of the

propagation of light within fibre gratings is presented, along with an introduction to
the growth and decay mechanisms of photosensitive gratings. The vast majority of
the gratings fabricated as part of this thesis were inscribed using the phasemask
method, and so particular attention is paid to explaining the development of this
fabrication technique. As mentioned already, the uses of gratings are diverse, and an
overview of the applications of gratings concludes the chapter; the section
concentrates on the two main area of application contained within this thesis: \VDM
telecommunications and sensing.
Many of the gratings investigated here were fabricated using a frequency quadrupled
Nd:YAG laser; and much time and effort was expended setting up a fabrication
utility using this laser.

Chapter 3 introduces some of the fabrication issues

encountered during the course of the experimental work in the thesis, particularly
using the Nd:YAG.

The development of a fabrication utility using a frequency

quadrupled Nd:YAG laser is described, together with the advantages and
disadvantages of using such a laser for grating fabrication.

Aspects of grating

fabrication such as the effects of misalignment during grating inscription using a
phasemask and Nd:YAG laser are also studied. The methods used for characterising
the gratings are also outlined.
Chapter 4 is an in-depth study of the trade-offs involved in the design and fabrication
of apodised gratings subject to length constraints.

A new flexible method for

fabrication of apodised gratings is presented, and then used to fabricate gratings with
a wide range of apodisation profiles. The study investigates both the theoretical and
experimental spectral profiles of apodised gratings, providing valuable information
when designing gratings to meet challenging specifications.

Two applications of

apodised gratings fabricated using the knowledge gained from this study are
presented at the end of the chapter.

The first application is a TDM to \VDM

converter, the second a tuneable fibre grating based filter, suitable for use in \VDM
systems.
Chapter 5 presents a number of different grating architectures tailored for use as
grating sensors. Expertise gained as a result of the work in chapter 4 has been used
17

to fabricate arrays of very short apodised gratings.

The use of grating arrays as

distributed sensors is presented and discussed. For the first time, the use of chirped
Moire gratings as distributed strain and temperature sensors is presented, with
examples of measurements of arbitrary temperature profiles being demonstrated.
The design and fabrication of a novel structure apodised grating specially designed
as part of a collaborative sensing project, is presented at the end of the chapter.
New insights into variations in the spectral characteristics of gratings over potential
device lifetimes are presented in chapter 6. Gratings fabricated in boron-germania
co-doped fibres exhibit different long-term behaviour from those fabricated in other
fibres.

The thermal decay of gratings fabricated in 3 types of fibres is studied:

standard telecommunications fibre, hi-germania doped fibre, and boron-germania codoped fibre. The dependence of the long term grating characteristics on the grating
refractive index modulation, fibre composition and annealing temperature are all
considered.

An empirical model for predicting the wavelength shift of gratings

fabricated in boron-germania co-doped fibres is presented.
Chapter 7 presents a summary of the technological advances described in this thesis,
and reflects on possible future areas of research involving Bragg gratings, in the light
of the developments detailed here.

The thesis concludes with a list of the

publications resulting from this work.
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2 BACKGROUND
2.1 Historical Background
Optical fibre research began as early as the 1920s, when Baird patented uncladded
fibres, and cladded fibres did not follow until 1954. These early fibres were largely
used for the transmission of images down the fibres and it was not until 1966 that a
potential use for telecommunications was suggested [2]. However, fibres at this time
were very lossy
communications.

(~1 0

OOOdBIkm) and not at all practical for applications such as

Following Kao's suggestion, there was much research into

reducing the loss in fibres to 20dBIkm (Corning, 1970 [3]) and then the acceptable
values of <0.2dBIkm we know today (Miya, 1979 [4]). The development of Erbium
doped amplifiers in 1987 by researchers at Southampton University finally opened
up the possibility of transmission over transatlantic distances using fibres [5].
The fabrication of fibre gratings by a photosensitive process was first presented by
Hill et al in 1978[6]. Hill was investigating second harmonic generation in optical
fibres, which at the time was a topic of much interest to researchers. However, Hill
made a surprising discovery whilst light from an argon ion laser at 488nm was
coupled into a germanosilicate fibre. Gradually, the amount of light reflected back
along the fibre increased, until nearly all the light was reflected back along the fibre.
A standing wave had been set up between forward propagating light and the 4%

reflected back from the other end of the fibre. Investigations pointed to the fact that
a Bragg grating had in fact been produced in the fibre core. The light at 488nm had
been absorbed by the fibre, resulting in a change in the refractive index of the fibre
core. The pattern of the standing wave in the fibre resulted in this photosensitive
effect leading to the formation of a periodic variation in refractive index in the fibre
core, along the fibre axis. Many researchers realised the potential of this discovery,
however, there were limitations to the gratings: there was no control over the
wavelength of the grating, because it was formed by a standing wave. It was not
until 1989 that research into fibre Bragg gratings exploded, when Meltz and Morey
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presented a method for fabricating gratings through the side of the fibre, allowing the
grating wavelength to be adjusted [1].

UVbeam

UVbeam

Fibre

Figure 2.1: Photosensitive gratingformation by the side-writing method.
The grating wavelength can be adjusted by varying the angle between the
two beams.

The side-writing technique first presented by Meltz and Morey is the basis for the
vast majority of grating fabrication techniques (though others such as point-by-point
writing have been presented [7]).

Figure 2.1 shows the basic principle of the

fabrication set-up for the fabrication of all photosensitive fibre gratings, by the
formation of an interference pattern in the fibre core.

Another significant

breakthrough in grating formation was made in 1991. Two research groups reported
fabrication of gratings by the use of a diffiactive element, placed directly next to the
fibre, which was used to generate the 2 interfering beams [8,9]. This development
eliminated the need for large bulk optics systems previously required in order to
generate the 2 interfering beams. The majority of the advanced grating fabrication
utilities now in operation make use of this technique. The phasemask technique is
discussed in detail in the background chapter and throughout the thesis.
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2.2 Theoretical Background

Qualitative Picture

- --

n

n

m=O
m=-l
Figure 2.2: The diffraction of light by a grating

In its simplest fonn, a fibre Bragg grating is purely an optical diffraction grating and
so can be represented by the following relation:
1
=
nSIDu1 +m-,
A

.f)

nSIDu.,

.f)

Equation 2-1

where the symbols are defined in Figure 2.2, and A is the wavelength of the
diffracted light.

In the case of a fibre grating, the grating simply couples light

between forward and backward propagating modes in an optical fibre. Equation 2-1
predicts accurately the wavelength of the light diffracted by a fibre grating.
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Figure 2.3: Illustration of reflection of a core mode by a Bragg grating

Figure 2.3 shows the reflection of a core mode by a Bragg grating (in simple terms).
The incident wave is di.ffracted by the grating into a mode that propagates in the
opposite direction from the incident wave. The propagation constant of an incident
wave,

Equation 2-2

where

Equation 2-3

Therefore, we may rewrite Equation 2-1 as:

Equation 2-4

As is depicted in Figure 2.3, the di.ffracted order from the grating propagates in the

opposite direction from the incident wave and so it has a negative propagation
constant. Therefore, if the forward and backward propagating modes are
Equation 2-4 may be rewritten
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identica~

Equation 2-5

which is the well known relation describing Bragg di.ffraction.

2.2.1 Coupled Mode Theory
Coupled mode theory provides a good description of the interaction of guided waves
and gratings in fibres.

Coupled mode theory is the most widely used modelling

technique for fibre Bragg gratings [10,11], and is used in the transfer matrix
technique for modelling the response of long and complex structure gratings (see
Appendix 8.2). Other simulation techniques have been summarised by Erdogan [12]
and include integration of the Ricatti equation [13] and inverse Fourier transform
techniques [14].

Coupled Mode Equations
First we should consider two electromagnetic modes, propagating the unperturbed
medium, with complex amplitudes A and B and frequencies

~

and

~:

Equation 2-6

Equation 2-7

Where Ia(x) and fi(x) describe the behaviour of the modes in the x direction. In the
presence of a perturbation, in our case a refractive index grating, the energy is
coupled between these two modes. A and B are no longer constant, and they vary as:

Equation 2-8
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dB =KbaAexp{+illfJz}
dz
Equation 2-9
where llfJ is the phase mismatch constant which depends both on the frequency of
the two modes and the period of the perturbation; Kab and Kba are the coupling
constants.

Counter-directional Coupling
Coupling occurs in Bragg gratings both between counter-propagating modes and
between co-propagating modes. Coupling between co-propagating modes leads to
short wavelength loss as energy is coupled from the core modes to cladding modes
for wavelengths below the grating peak.

Coupling between counter-propagating

modes occurs between two core modes and results in the reflection of light at the
Bragg wavelength. In this case, the propagation of two counter-propagating core
modes in the unperturbed fibre is described by:

Equation 2-10

Equation 2-11
where A and B are constant. A time-space periodic perturbation results in a power
exchange between the modes and the local power is conserved so that:

Equation 2-12
this condition is satisfied if Kab=Kba*, so that Equation 2-8 and Equation 2-9 become:
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dA
dz

= KabB exp{- 2il1pz}
Equation 2-13

-dB = Kba • A exp {+ 2il1j3z } .
dz

Equation 2-14
We take mode b to be incident on the grating at z=O, with amplitude B(O). Mode a is
generated by the perturbation, so A(L)=O, (the end of the perturbation region is at

z=L). Given these boundary conditions, the solutions to Equation 2-13 and Equation
2-14 are:

A(z)

=

B(O)iKab exp{-il1j3z}
sinh[S(z-L)]
-l1p sinh (SL) + is cosh(SL )
Equation 2-15

B(z) =

B«)exp{i~fo} ( )) {~p sinh[s(z - L)]+ is cosh[S(z - L)]

-l1p sinh SL) + IS cosh SL

Equation 2-16
and

K=K ab

.
Equation 2-17

Under phase matching conditions, I1f3=O:

A(z) = B(O)(Kab ) sinh [K(Z - L)]
K
cosh(d)
Equation 2-18

B(z)

= A(O) cosh[K(z-L)]
cosh(d)
Equation 2-19
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Equation 2-18 and Equation 2-19 describe the propagation of counter-propagating
modes in fibre Bragg gratings. The variation in the amplitudes of the two modes as
they propagate through the grating is shown in Figure 2.4.

GRATING

~

...............

~

A(Of

~--:!4"'------

Z=L

Z=O

Figure 2.4: The Bragg grating inside the optical fibre causes coupling
between forward (BJ and backward (AJ propagating modes. The
variation in intensities of the modes during propagation through the fibre
is shown.

The reflection, R, and transmission, T, of a short section of grating can be described
by:
2

R = A(O)
B(O)

2

and

T = B(L)
B(O)

Equation 2-20
2

R(L ..1,)=

,

sinh (SL)
sinh2(SL)+S2 cosh 2(SL)'
1("2

(!1f3Y

1("2

> (!1f3Y

Equation 2-21
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Equation 2-22
where

Equation 2-23
The maximum value of R, Rmax , occurs when I1fJ=O :.S=K, Equation 2-21 gives an
expression for the maximum reflectivity of the grating:

Equation 2-24
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Figure 2.5: Variation of grating reflectivity with KLfrom Equation 2-24.
Figure 2.5 shows how the reflection characteristics of a short length of grating, L,
vary with coupling constant,

K

and detuning,

11/3. The full bandwidth of the grating

measured between the zeros on either side of the grating peak,
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Equation 2-25

2.3 Photosensitivity

2.3.1 Type / photosensitivity
The photosensitivity of gennanosilicate fibres was first observed by Hill et al[6],
using light with a wavelength of 488nm. Lam and Garside [15] realised that the
photosensitive process in this case was a two-photon process and that therefore it
would be far more efficient to use light with half of the wavelength - that is, at
244nm, so as to use a one-photon process in the 5eV gennania-oxygen-vacancy
defect band.
When UV light irradiates a photosensitive optical fibre, the refractive index of the
glass is changed. Initially this photosensitive effect was thought to be limited to
gennanosilicate fibres.

However, since then it has been shown that several other

dopants in silica fibre result in photosensitive effects [16].

o

o

o

o

o

o

Figure 2.6: The oxygen deficient defect, responsible for the
photosensitive effect in germanosilicate fibres.

A common defect found in gennanium doped silica is thought to lie behind the
photosensitive effect. The material has a characteristic absorption at 240nm and this
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absorption has been identified to be caused by an oxygen deficient defect. Figure 3
shows this defect.

Germanium is usually co-ordinated with 4 oxygen atoms,

however in this case Si or Ge has replaced one of the oxygen atoms and has an extra
donor electron associated with it. It is this bond which can be broken by photoexcitation, releasing charges which are free to move through the glass network. Free
charges are then trapped at hole defect sites.

Russell et al have shown that the

defect population has to be a large proportion of the Ge ion concentration before
substantial photo-induced index changes occur [17].

conduction band

o
Traps

uv
E T
Figure 2.7: Empirical modelfor growth offibre gratings [18J

A simple empirical model for grating growth presented by Erdogan [18] is shown in
Figure 2.6. The incident UV light excites carriers into the conduction band, from
where they then fall into traps where they remain. However, if the carriers become
excited (for example thermally), then they can obtain enough energy to escape from
the traps and the photosensitive process is reversed and a decay of the photo-induced
refractive index is observed I.
This 'colour-centre model' results in refractive index changes through the KramersKronig relationship [19,20,21]:

1

Thermal decay of fibre gratings is discussed in more detail later in this chapter (see 'Grating

Lifetime Issues') and in chapter 5.
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Equation 2-26

where P stands for the principle part of the integral,
absorption spectrum and

~n( 0))

~a( 0))

is the change in the

is the corresponding change in refractive index for a

given incident optical frequency, 0).

This model however, only leads to a rough

estimate of the refractive index change.

Other models accounting for the

phenomenon include stress relief [22] where the UV induces bond breaking, which in
turn allows the relaxation of stresses which arise from the drawing process. This
'stress-relief model however, has been shown not to be dominant [23]. A large part
of the UV induced refractive index in non-hydrogen loaded fibres is thought to be
caused by densification of the silica. Evidence for this process has been presented
using a number of different inspection techniques [24,25,26] and Poumellec et al
formulated a model describing the origins of the distributed UV-induced strains
within the core [25]. Much of the work investigating the origins of photosensitivity
has been done by Douay et ai, who have published a comprehensive review of the

different theories for the mechanism [27].

2.3.2 Type //a photosensitivity
Several researchers have suggested that another type of photosensitive process
occurs in fibres [28,29]. Xie et al first reported that a long exposure time leads to the
photo inscription of a positive refractive index type I grating followed by its complete
or partial erasure and then the formation of a new negative refractive index type IIa
grating [28]. Another suggestion is that UV exposure leads to formation of Ge(l)
and Ge(2) colour centres with absorption bands at 281nm and 213nm[19]. A 3energy-level model for the formation of negative index gratings following that of
positive index gratings has been proposed by Dong et al [29].
proposed to fit their experimental findings.

This model was

They suggested that a positive index

change is obtained when a lower level (level 2) is populated by depletion of a ground
level (level 1) and a negative index change is achieved when a higher level (level 3)
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is populated by depletion of level 2. This is a highly simplified model but it can also

be used to explain the amplification of a weak grating by uniform post exposure

observed by Dyer et al [30].

2.3.3 Type II (Damage) gratings
Early on in grating research, the possibility of grating fabrication as newly formed
fibre left the draw-tower was investigated. There were several reports of singleexcimer-pulse writing of fibre gratings [31,32,33], raising hopes of the possibility of
the mass production of gratings. These single pulse gratings have been shown to
exhibit different properties from type I gratings. Figure 2.8 shows the transmission
spectrum ofa typical type II grating (fabricated using a pulsed quadrupled Nd:YAG
laser) displaying strong out-coupling of wavelengths below the grating transmission
dip. Milhailov et al reported evidence of melting and resolidification of the glass,
forming a periodic stress pattern in the pure silica cladding as well as the core [34].
The fluence at which type II gratings occur varies according to the absorption
characteristics of the fibre at the irradiating wavelength [35,36].
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Figure 2.8: Type II (damage) gratings display high short wavelength
loss.

2.3.4 Hydrogen loading and other enhancement methods
Increasing the photosensitivity of fibres is an on going issue. Early in the research of
UV

induced

photosensitivity,

it

was

found

that

the

photosensitivity

of

gennanosilicate fibres could be increased by loading the fibre with H2 at high
pressure [37,38]. The hydrogen loading resulted in UV-induced index increases that
can exceed the initial core-to-cladding refractive index difference [39]. Loading with
hydrogen not only increases the formation of GeE' centres, but also results in an
additional contribution to Lln from GeH centres. It is interesting to note that there is
no evidence of densification in hydrogen sensitised fibres after grating fabrication
[24,26]. It has also been reported that hydrogen loading prevents the formation of
negative index (type IIa) gratings [40]. After removal from high-pressure hydrogen,
the hydrogen concentration in the fibre core decreases steadily at room temperature.
This out-diffusion can be minimised by storage at temperatures <-30°C in order to
retain the hydrogen concentration at levels suitable for grating fabrication [41].
Another sensitisation technique involving localised heating of the fibre during UV
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exposure was presented, but has not been widely implemented as hydrogen loading
has [42].

2.3.5 Different types offibres
The search for ever greater photosensitivity has resulted in the development of fibres
specially designed for their photosensitive properties. Some co-dopants have been
added to germanosilicate fibres to allow the addition of higher concentrations of
germania, whilst keeping the numerical aperture of the fibre at the required value of
~2.4

for telecommunications systems. The earliest of these co-dopants was boron

[43]. The addition of boron allowed the fabrication of gratings with &1 > 10-3 in nonhydrogen-loaded fibres, thought to be caused by an increase in the contribution from
densification effects. However, the addition of boron makes the fibre more difficult
to draw into a cylindrical core and results in increased loss at the crucial
telecommunications wavelength of

1.55~m.

Tin-co-doped fibres exhibit a similar

photosensitivity to boron co-doped fibres, but do not have the same drawbacks as
boron fibres [44]. Other co-dopants have been reported including Cerium [45] and
Tantalum [46]. Recently, UV photosensitivity of a germanium free oxynitride fibre
has been demonstrated with exposure to a 193nm excimer laser [16]. These fibres
have the advantage that they are known to be far more resistant to gamma-radiation
than germanosilicate fibres [47].

2.3.6 Photosensitivity at different wavelengths
The 242nm absorption band is not the only region in which it is possible to access
the photosensitive properties of fibres.

Many different lasers, at a variety of

wavelengths, have been used to fabricate gratings.

Lasers used for grating

fabrication include those at 193nm (ArF excimer laser)[48], 244nm (doubled argon
ion) [49], 248nm (KrF excimer laser) [50], 255nm (doubled copper vapour) [51,
266nm (quadrupled Nd:YAG) [52], 351nm[53] and 325-364nm[54] (both Argon ion
lasers). Atkins et al [53] demonstrated grating fabrication at 351nm using an argon
ion laser. The index change in this case was small (~2x 10-4) even though the fibre
was hydrogen loaded and had previously been exposed using a CO2 laser in order to
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increase the concentration of GODC2 sites. The GODC absorption band utilised in
this case is centred at

~330nm[55].

Gratings fabricated at 193nm involve an

absorption band, centred at 185nrn, which is also due to oxygen deficient bonds [55].
More recently, Davis et al have demonstrated fabrication of long period gratings
using a CO2 laser at

1O.6~m[56].

Irradiation at this wavelength is thought to induce

gratings by densification alone and shows that UV irradiation is not necessary for
grating formation.

2.4 Grating Fabrication
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Figure 2.9: Typical grating refractive index profiles: (a) uniform period,
(b) chirped, (c) constant refractive index apodised, (d) UV dose apodised

Since the first demonstration of UV side-written in-fibre Bragg gratings by Meltz
and Morey [1], many different types of gratings have been presented, some of which
are shown in Figure 2.9. Chirped gratings were the first variation to be investigated.
In recent years, pursuit of ever more 'perfect' filters has seen the development of

2
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apodisation techniques, amongst the developments in grating profiles.

The

development of grating writing techniques is summarised in the following sections.

2.4.1 Uniform period gratings
Holographic side exposure
The first side-writing technique for in-fibre gratings, presented by Meltz and Morey,
is shown in Figure 2.10. This method has several advantages over that presented by
Hill; the wavelength at which the grating reflects light can be controlled, as can the

grating length.

The wavelength of radiation used by Meltz was in the strong

absorption band centred at 242nm.

uv

Figure 2.10: Holographic side exposure technique for fabricating
uniform period gratings

The incident laser beam is split into 2 equal intensity beams, which are then
recombined after being focused down into the fibre core using cylindrical lenses in
each arm of the interferometer. Gratings are formed in the bare photosensitive fibre
where the 2 overlapping arms form an interference pattern in the fibre core.

A

periodic variation of refractive index results along the length of the core exposed to
the interference pattern. The period of the grating is determined by the wavelength
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of the incident light and by the included angle between the 2 interfering beams; the
length of the grating is determined by the length of the overlap region, which can be
increased by expanding the size of the incident beam.

This method of grating

fabrication requires a laser with a long coherence length and good beam quality.
Gratings fabricated using a laser with a Gaussian beam shape are intrinsically
apodised by the decrease in beam intensity at the grating edges. Whilst it is not easy
to tailor the grating profile using this method, it still provides the greatest flexibility
of all the fabrication techniques in the very wide range of grating wavelengths
possible «600nm to > 1600nm).

Phasemask method
In 1993, two research groups presented a new, simple method of grating fabrication
[57,58]. The schematic diagram of the method is shown in Figure 2.11.

uv
Phase
Mask

1st diffracted
order

zero order

Figure 2.11: The incident UV light is ideally split into +/-1 orders which
interfere inside the core of the fibre

A diffractive optical element or 'phasemask' is used to split the single incident UV
beam into 2 interfering beams. The fibre is placed as near to the phasemask as is
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possible and because of this short distance between the point at which the incident
beam is split in two and then recombined, the requirement for long coherence length
of the irradiating source is significantly reduced. It can however, in the simplest
case, only be used to fabricate gratings of a single wavelength.

-1

+1

-I

(

Figure 2.12: Schematic diagram ofphase mask and the refractive index
profile generated in the fibre core due to intereference of the first orders.

Figure 2.12 shows a simple diagram of a phasemask, period ApM, and the
interference pattern formed by the overlapping beams, period AOR• As can be seen in
the diagram, the region of overlap of the two beams is relatively small and so the
fibre has to be placed close to the phasemask. The period of the grating in the fibre
is determined by the period of the phasemask alone and bears no relation to the
wavelength of the illuminating radiation.

In the case of normal incidence of the

phasemask, the wavelength of the resulting grating,

where

= ApM

A

2'

GR

Equation 2-27
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and neff is the effective mode refractive index of the fibre, which can be approximated
to the refractive index of the fibre core for single mode fibre. Phasemasks can also
be optimised for irradiation at off-normal incidence, so that the light is split into one
of the first orders and the zero order. The two beams again interfere resulting in a
grating in the fibre with the same pitch as that of the phasemask [58].

The

phasemask is made out of fused silica (quartz) and the illuminating wavelength
determines the required etch depth of the corrugations in the phasemask. Though
Figure 2.12 shows the ideal phasemask with only +1-1 diffracted orders produced by
the phasemask, there is always some light present in the zero order and higher orders.
Many factors effect the efficiency of the phasemask, including the etch depth of the
corrugations, the phasemask profile (square corrugations are ideal), and the markspace ratio. The light from other orders results in a decrease in the UV induced
fringe visibility of the perturbation in the fibre core, introducing a DC offset for the
UV induced refractive index and reducing the refractive index available for grating
fringes. Much attention has focussed recently on the affect of the zero order, which
interferes with the +1-1 orders, resulting in the formation of a second grating in the
fibre core, with a pitch equal to that of the phasemask.
The disadvantage with the phasemask technique compared to the holographic
technique described earlier is that the phasemask pitch determines the grating
wavelength. However, many techniques have now been presented to overcome this
limitation. The early suggestions included placing a lens in front of the phasemask in
order to diverge the incident beam and thus increase the Bragg wavelength [59], and
stretching the fibre whilst fabricating the grating, resulting in a grating at wavelength
shorter than that determined by the phasemask when the fibre tension is released
[60].

The type of fibre also determines the grating wavelength. For instance, a

grating fabricated in 20 mol% germania doped fibre will have a higher wavelength
than a grating fabricated in either standard telecommunications fibre or borongermania co-doped fibre, due to the higher refractive index of the core of the hi
germania doped fibre.
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Longer Phasemask Gratings
The introduction of the phasemask technique still did not overcome one of the major
limitations of the holographic technique - that the width of the irradiating laser beam
limited the grating length. Martin et al presented the idea of scanning the laser beam
along the fibre and phasemask (which are static) in order to realise longer gratings
[61], and demonstration of a 50mm long grating soon followed [62]. However, now
the length of the grating was limited by the length of the available phasemasks. The
maximum length of a phasemask currently stands at 10cm for those fabricated by
both e-beam lithography and holography.

Longer gratings have been fabricated

using many phasemasks joined together [63], though this is a rather expensive
solution.
Recently methods overcoming this limitation have been presented. The grating is
fabricated in small sections with the fibre scanned past the beam and phasemask
between exposures.

The position of the fibre is controlled very precisely by

interferometric techniques so that the grating structure is glitch-free [64].

Fabrication Limitations
The importance of good alignment of the fibre relative to the phasemask soon
became apparent following the introduction of the scanning phasemask technique.
The coherence length required for phasemask fabrication is much reduced compared
to that required for the interferometric technique.

However, Orthonos and Lee

showed that laser sources with poor temporal coherence result in a very high
sensitivity of the grating reflectivity to the distance between the phasemask and the
fibre [65]. As the distance between the phase mask and fibre is increased, the fringe
visibility of the grating refractive index modulation decreases.

They also showed

that changing the angle between the phasemask and the fibre resulted in a change in
the Bragg wavelength of the grating. The effect of poor alignment between the beam
and the fibre core has also been demonstrated [66], along with a method for ensuring
good control of the beam-fibre alignment by monitoring fluorescence at 400nm.
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Figure 2.13: Stitching error sidelobes caused by constant phase errors
between writing fields of the e-beam.

One of the major problems with long phasemasks is that of 'stitch errors' for those
fabricated using electron beam lithography [67,68]. These stitch errors are phase
errors that occur when the phasemask is longer than the length of each individual
writing field of the electron beam machine used to write the phasemask. The fields
have to be stitched together to make a long phasemask, thus a phasemask can have
phase errors at the joins of the fields. If the phase errors are constant in magnitude,
then distinct peaks can be seen either side of the grating peak, as is shown in the
grating spectrum in Figure 2.13. The spectral separation of these peaks caused by
stitching errors,

A?

~A

=_B_
P

2nM'
Equation 2-28

where M is the e-beam phasemask field size.
With care, these phase errors can be minimised, for example by varying the field
size over the grating length [69].

Errors in already existing phasemasks can be

compensated for at the grating writing stage by carefully altering the relative
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positions of the fibre and phasemask [70], though this is an involved solution to the
problem.

Apodisation
Many applications now require that the spectra of gratings in reflection have flat tops
and very low sidelobe levels. The way in which this spectral shaping is achieved for
Bragg gratings is using a process called 'apodisation', where the refractive index
modulation of the grating is reduced at either end of the grating. There has been
much work done in recent years on grating apodisation. Gratings fabricated by the
interferometric method are often intrinsically apodised, if the intensity of the
irradiating beam falls at the edges.

However, using this method, the resulting

average refractive index of the fibre core is lower at the edges of the grating than in
the centre and so the wavelength of the grating at the edges is lower than the grating
peak, resulting in a resonance effect.
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Figure 2.14: The spectra of apodised and unapodised gratings. The
apodised grating shows significantly reduced side lobe levels.

Figure 2.14 shows the effect of apodising a Bragg grating (i.e. gradually decreasing
the fringe visibility of the grating structure at either end of the grating). The average
UV induced refractive index of the grating is constant along the grating length, so as
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to avoid any low wavelength resonances and ensure a symmetric grating spectrum.
Many methods have been presented for apodising gratings, for example [71,72,73].
A large proportion of the work contained in this thesis is concerned with the design
and fabrication of apodised gratings, the work can be found in chapter 4.

2.4.2 Chirped Gratings
Holographic methods

Figure 2.15: The set-up for fabricating chirpedfibre Bragg gratings
used at Aston University

The first work on the fabrication of chirped fibre Bragg gratings was published by
Byron et al in 1993 [49]. The gratings were fabricated in fibre tapers, where the
spacing of the grating fringes in the fibre remained constant but the waveguiding
properties of the fibre along the length of the grating were changed.

Methods

presented later altered the spacing of the fringes along the length of the grating.
Chirped gratings may be formed by bending the fibre during exposure [74], and by a
method involving the placement of a defocussed telescope in one arm of the basic
interferometer used for grating fabrication, shown in Figure 2.15. The interfering
beams have dissimilar curvatures and so the gratings are chirped [75]. This method
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is very flexible and enables the fabrication of gratings with a wide range of chirps, up
to atleast 50nm [76].

Phasemask methods
The advent of phasemask technology introduced a simple and highly reproducible
method for fabricating fibre gratings. However, much of the technological future for
Bragg gratings lay in telecommunications and the possible use of Bragg gratings for
dispersion compensation; thus the ability to mass-produce chirped gratings was
important for the future of grating technology. Whilst the methods presented for use
with the holographic fabrication technique were able to produce chirped gratings
with very broad chirps, there was no guarantee of being able to reliably reproduce
many identical gratings.

In addition, the requirement for chirped dispersion

compensators was a long, slowly chirped grating.
Kashyap et al presented the first step-chirped phasemask in 1994 [77] which was
constructed by having a different phasemask period for each e-beam writing field,
keeping the fields as small as possible.

The period of the phasemask gradually

increased along the length of the phasemask. It is impossible to make a true chirped
grating using the e-beam method of phasemask fabrication because of the finite size
of the writing fields. However, gratings fabricated using these masks result in a fair
approximation of a chirped grating.
Other methods have been presented using uniform period phasemasks to fabricate
chirped gratings. The first method, presented by Hill et aI, is a dual scan method,
fabricating a standard uniform period grating first and then applying a second scan
without the phasemask in order to introduce a variation in the average core refractive
index along the grating length resulting in a chirp[78].

A single scan technique,

presented by Byron and Rourke, involves the gradual stretching of the fibre whilst
the laser beam scans across the phasemask, thus introducing a chirp to the grating
[79]. By varying the angle between the fibre and the phasemask, Painchaud et al
showed that it was possible to fabricate linearly chirped gratings by tilting the fibre
relative to a uniform period phasemask [80]. Longer chirped gratings can be made
by concatenation of shorter chirped gratings [81].
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Recently, a technique for

producing very long fibre gratings (> 1metre long) has been presented for producing
dispersion compensators. The technique uses a standard phasemask and the grating
is essentially written plane by plane [82].

2.4.3 Bandpass filters and resonators
Fibre Bragg gratings are all fibre devices and therefore have a very low insertion loss
meaning that they are ideal for insertion into many fibre optic systems. With the
emergence of DWDM technologies, one of the most important devices are bandpass
filters.

The first bandpass filters for use in transmission were demonstrated by

Farries et al in 1994, who demonstrated a 44nm stop band incorporating a 2nm
passband [75], and Mizrahi et al who presented an early fibre grating demultiplexer
incorporating bandpass filters for use in transmission [83].

In this example the

narrow passband was created by use of an amplitude mask during fabrication of the
very broad chirped grating. More recently, high quality, low loss «2dB) bandpass
filters with very broad stop bands and out of band rejection of >30dB have been
fabricated by the concatenation of chirped fibre Bragg gratings in depressed cladding
fibre [84].

Phase shift gratings

L2
Figure 2.16: Introduction of a phase shift by raising the refractive index
at a point along the fibre [85].
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A similar technique to that presented by Mizrahi may be used to create both phaseshifted uniform period grating bandpass filters [85] and broad stopband transmission
filters [86]. In these two examples rubbing out part of the grating that has already
been written creates the passbands or phase shifts, as is shown in Figure 2.16. The
position of the passband in the stopband is determined by the size of the phase shift
and by the relative phases of the two grating portions L 1 and L2. A similar effect
may be obtained by thermal post processing, in order to rub out the desired part of
the grating [87].

Phase shifts can also be introduced by using phase shifted

phasemasks [88], allowing more accurate replication of the phase-shifts. Using this
phasemask method, it has been shown to be possible to adjust the width of the
passband within the grating structure by inserting mUltiple n/2 phase shift at specific
points along the grating length [89]. The effect of the positioning and size of phase
shifts in phasemasks has been studied in detail by two groups in particular [90, 91]

Moire gratings
Moire gratings are fabricated, in general, by the inscription of one grating (chirped or
uniform period) followed by a second grating with a very slightly different
wavelength in exactly the same position of the fibre.

The resulting compound

grating has positions along the length where the two gratings are directly out of
phase and thus phase shifts are formed.
The refractive index modulation of a Moire grating, !!.n(z):

2m 2m]

(

M(Z) == t:,.n 2 + 2cos-cos- ,
Ac
As

Equation 2-29
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where l1n is the amplitude of the grating refractive index modulation, z is the position
along the grating, Ac is the period of the slowly varying envelope, and As is the
period of the rapidly varying fringes within the envelope3 .
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Figure 2.17: A single passband uniform period Moire grating.

Moire gratings were originally formed in optical fibres using surface relief gratings
[92] and were quickly demonstrated using UV exposure of the fibre [93]. Moire
gratings were also shown to be feasible for producing wide-stopband transmission
filters when concatenated with other chirped gratings to form a broad stopband [94].
Figure 2.17 shows the spectrum of a smgle passband, uniform period Moire grating,
fabricated by dual scan of a uniform period phasemask. The fibre was stretched
between two scans of the phasemask, a technique originally demonstrated for chirped
gratings [95,96]. The structure of Moire filters can also be adapted to introduce
flattened passbands, by UV bleaching sections of the Moire grating between the
resonances [97].

3

The structure of Moire gratings is discussed in detail in chapter 7.
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Comb filters
There are other methods of producing multi-passband filters for use in reflection.
The disadvantage with transmission based passband filters, is the need for a broad
stop band at either side of the passband, combined with the difficulties in controlling
the exact shape of the passband, whilst passband filters used in reflection require a
costly circulator. Orthonos et al showed that it is possible to fabricate superimposed
uniform period gratings in order to effect a comb of gratings [98]. However, the
disadvantage with this method is that the amount of available refractive index for
grating fabrication is limited and so the reflectivity of the gratings is also limited. A
solution to this problem, involving the fabrication of arrays of uniform period
gratings has been presented [99] (further details on the fabrication of short grating
arrays may be found in chapter 7).
Another method of producing a spectral comb function using fibre gratings, is the
fabrication of sampled gratings [100].

The spectrum of an unapodised sampled

grating is shown in Figure 2.18. In order to make the grating peaks all of the same
reflectivity, it is necessary to apodise each sub-grating in the sampled structure with
a sinc function, which requires a long grating length [101].

o~--------------~~~~~~--------------~

-5
,-..,

co

~-10

§

.+=
-15
u
Q)

~

~

-20

"'0

.~ -25

]

co -30

Z -35

_~

-40 11111111

1563

I~

II~

I~jlll~ ~I
1565

1567

1569

1571

Wavelength (run)

Figure 2_18.- A 3cm long sampled grating, the length of the individual
samples was 1mm, and the spacing 2mm.
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2.5 Grating Characterisation
As the fabrication of fibre gratings has enabled the realisation of more sophisticated

spectral characteristics,

there

has

been an increasing

need

for

accurate

characterisation methods. An early report on the characterisation of gratings was
published by Mizrahi and Sipe, introducing explanations for the basic properties of
fibre grating spectra, explained below [102].

2.5.1 Spectral Characterisation of Gratings
There is now a necessity to measure the optical properties of fibre gratings with
extreme accuracy.

The increasing length of gratings means that the grating

bandwidths are becoming narrower. For example, an unapodised 10 cm grating with
an index modulation of 1.25x10-5, results in a gr~ting of 95% reflectivity and a 3dB
bandwidth of 16pm. A 1m long grating of the same reflectivity has a bandwidth of
1.6pm. There have been many different methods proposed for measuring the optical
characteristics of gratings [103,104]. The most recent examples involve modulated
tuneable laser sources [105], white light interferometry and spectroscopy techniques
[106,107] in order to overcome the resolution restrictions of tuneable lasers
(typically 1 to lOpm). The terms often used in grating specifications are illustrated in
Figure 2.19 and Figure 2.20. The bandwidth of a grating is usually measured in
reflection. In order to measure the sidelobe suppression (or isolation) accurately it is
necessary to measure the grating reflection in dBs, rather than using a linear scale.
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Figure 2.19: Transmission Characteristics of gratings
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Figure 2.20: Reflection characteristics of gratings

49

1549.5

1550.0

1550.5

2.5.2 Short wavelength loss

rJl

~

....:I

I

0.8

...!

::
o

'r:;;

.§ 0.6
::
...E-ca
rJl

"'0

0.4

Q)

.!!l
~

E

a 0.2

z

o +-------~------~--------~------~--------~~
1545

1550

1555

1560

1565

1570

Wavelength (nm)

Figure 2.21: Short wavelength loss of a uniform period grating

Bragg gratings fabricated in standard photosensitive fibres exhibit 'short wavelength
loss' which is caused by coupling between forward propagating core modes and
backward propagating cladding modes [108]. This coupling results in resonances at
wavelengths below the Bragg wavelength; a typical grating spectrum exhibiting this
loss is shown in Figure 2.21. The resonances can be reduced by dipping the bare
fibre containing the grating into index matching gel; whilst this results in a smoother
loss spectrum, the loss is still present.
Several examples of depressed cladding fibres have been presented in order to try to
overcome this loss [109,110]. However, gratings in these fibres have been shown to
exhibit 'ghost' gratings at wavelengths higher than the main Bragg peak [111,112].

2.5.3 Other Grating Characterisation
In order to understand the fundamental mechanisms behind photosensitive grating
production, techniques have been developed which interrogate the fibre structure
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itself Krug et al presented a technique to interrogate the grating from outside the
fibre using a probe laser (633nm) [113,114].
It is also important to characterise the polarisation effects caused by the fabrication

of gratings. UV fabrication of gratings induces birefringence in the fibres, due to a
non uniform absorption of the UV across the fibre core. This birefringence causes
polarisation mode dispersion [ll5], but can be overcome by rotating the fibre during
exposure of the grating [116].

2.6 Grating Lifetime Issues

2.6.1 Grating mechanical strength
The consistency of grating properties over timescales equivalent to required device
lifetimes is an ongoing area of investigation. There has been much work published
on the effect that UV writing of gratings has on the fibre strength. Feced et al have
suggested that irradiation at 193nm degrades the fibre strength significantly less than
irradiation at 248nm [117].

Whilst other evidence indicates that pulsed exposure

significantly degrades fibre strength and continuous wave exposure yields fibre
breaking stresses close to that for pristine fibre [118].
The treatment of the fibre during the fabrication of Bragg gratings is very important
and has an acute effect on the eventual breaking strength of the fibre.

Chemical

stripping of the fibre coating has been found to preserve the mechanical strength of
the fibre significantly [119] compared to the use of mechanical coating removal
methods. Many groups have presented fibres with special UV transparent coatings
thus removing the necessity to strip the coating from the fibre at all [120,121],
though the use of a high power laser is required.

2.6.2 Grating Refractive Index (ThermaO Decay of Gratings
As fibre Bragg grating devices are being considered for integration into real systems,
their long-term characteristics become increasingly important. Erdogan et al showed
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that gratings could be made more stable by annealing at temperatures higher than the
eventual required operating temperature of the device [18].

This accelerates the

grating decay resulting in greater stability of gratings, which can be considered stable
over timescales as long as 50 years.

o

E ,
Figure 2.22: Thermal decay offibre gratings caused by the emptying of
traps [18]
Initially, the refractive index modulation decays very rapidly and the rate of decay
then decreases as time advances (following a power law). The decay is a strong
function of temperature, hence the ability to accelerate the decay by annealing. The
decay is caused by the thermal depopulation of traps. The effect of annealing on the
trap population is shown as described by Erdogan et al in Figure 2.22. When they
have been released from the traps, electrons are assumed to repopulate the original
level occupied prior to UV excitation.

This assumption is supported by

measurements made on the 240nm absorption band after thermal erasure, which has
been shown to be bleached again [19]. As the refractive index modulation decays,
the average refractive index of the fibre core decreases, resulting in a shift to shorter
wavelengths of the central grating wavelength [122]. This shift has been shown, in
work carried out as part of this thesis, to be affected by the changing properties of the
fibre itself in the case of boron-co-doped fibre [123].
There have been differing reports on the decay of gratings fabricated in hydrogen
loaded fibres.

Some gratings have been shown to exhibit an initial rapid decay

followed by relatively little change in the refractive index modulation [124]. Whilst
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others have been shown to exhIbit similar decay to gratings fabricated in unloaded
fibre [125].

Gratings fabricated in silica fibres with different dopants have been

observed to decay at different rates. Gratings fabricated in boron/gennania co-doped
fibres are known to decay more rapidly than those fabricated in gennania doped
fibres [126], whilst those fabricated in tin codoped fibres exhibit a stability similar to
those in Ge fibres [44].

In addition, negative index gratings exhibit far superior

stability at elevated temperatures when compared to positive index (type I) gratings
[6]. The behaviour of gratings fabricated using both pulsed and cw exposure has
been studied [127], with no conclusive differences observed.

2.7 Applications
The fabrication of fibre gratings has been very much refined since the early
demonstrations. The quality of gratings is now such that they are being employed in
many real systems, competing with other photonics technologies.

The following

section is an illustration of the many and varied uses of fibre gratings.

2.7.1 Sensors
Fibre Bragg gratings can be used to measure a variety of parameters, and are used in
many diverse applications, a sample of these applications can be found in Table 2.1.
As shown in Table 2.1, the range of applications for fibre Bragg grating sensors is

wide and diverse.

Nearly all fibre Bragg grating sensors work because the

measurand induces a change in the Bragg wavelength. For example, in the case of
strain sensors, a compressive strain results in a shift to shorter wavelengths of the
Bragg wavelength, and a tensile strain results in a longer wavelength.

The first

Bragg grating sensors to be demonstrated were temperature and strain sensors [137].
The most common use of grating sensors is for point sensors, where an average
reading of the measurand along the grating length is obtained. All of the examples in
Table 2.1 involve the use of point sensors. Gratings can be used to make distributed
measurements, by deploying an array of gratings, often of different wavelengths,
along a length of fibre.

Distributed sensing is now used commercially, in many

applications, a typical one being the measurement of strain in composite structures,
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where the gratings can be embedded when the structure is made [128].

The

wavelength shift of the grating peak is usually detected using some sort of tuneable
filter [129], scanning laser [130], or matched Bragg gratings [131].

FIBRE BRAGG GRATINGS USED
FOR SENSING:

REFERENCES:

Acceleration

[132]

Chemicals

[133]

Efficiency of human heart

[l34]

Electric current

[l35]

Pressure

[l36]

Strain

[l37]

Temperature

[l37]

illtrasonic field

[l38]

Vibration

[l39]

Wavelength

[140]

Table 2.1: Sample of applications for fibre Bragg gratings as sensors

One of the main issues concerning the use of Bragg gratings is that of isolating the
effect on the grating of parameters which are not being measured. Many papers have
been presented concerning the discrimination between strain and temperature effects
measured by Bragg gratings [141,142,143,144]. However, methods for measuring
both strain and temperature simultaneously currently require two different gratings.
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2.7.2 Dispersion Compensation
One of the telecommunications applications, for which fibre gratings have already
been used to make competitive devices, is dispersion compensation. In transmission,
the chromatic dispersion of the fibre can cause significant broadening of optical
pulse, leading to a significant increase in the bit error rate (BER) to above the
accepted level of I in 109 .
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Broadband
Input

Increasing fringe spacing

Figure 2.23: A chirped (dispersion compensating) grating reflects
different wavelengths at different points along the grating.

Chirped fibre gratings can be used to compensate for this chromatic dispersion, as
they themselves have dispersive properties, due to the nature of the chirped grating
structure. The grating dispersion,

Equation 2-30

where neff is the refractive index of the fibre core at the grating, L is the grating
length, and ..1A is the total grating bandwidth (or chirp). As is shown in Figure 2.23,
different points along the grating reflect different wavelengths, meaning that a pulse
that has been temporally broadened can be compressed using a chirped grating.
Outelette reported a theoretical presentation of the use of gratings as dispersion
compensators [145] and the first experimental demonstrations followed a few years
later [146,147].

Gratings were also demonstrated for the compression of pulses

broadened by self-phase-modulation [148]. These early demonstrations involved the
use of gratings in reflection requiring the use of expensive circulators.

More

recently, gratings suitable for dispersion compensation in transmission have been
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reported [149]. In this configuration, the gratings are tapered in strength and are of
uniform period.
Successful dispersion compensators have to be carefully designed [150] in order to
reduce the inherent ripples on the time delay response of the gratings. Recently, high
quality dispersion compensators involving the fabrication of gratings > 1metre in
length have been demonstrated [151].

2.7.3 Fibre Lasers
It is not surprising that one application for fibre gratings is in fibre lasers, as they

provide the obvious choice of highly wavelength selective partially reflecting mirrors
required in fibre lasers [152]. They are ideally suited as, in many cases, the gratings
can be fabricated directly in the active fibre of the laser itself: thus removing the need
for loss-inducing splices between the components. Bragg gratings are now routinely
used in fibre lasers, and have been demonstrated in many rare earth doped fibres
including erbium fibres [153,154].
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Figure 2.24: A simple configuration of a fibre laser with two fibre
grating reflectors.

A simple fibre laser configuration is shown in Figure 2.24. The active meduim is
pumped in most cases by a laser diode at an appropriate wavelength lower than the
lasing wavelength of the active medium. There is usually an isolator after the second
Bragg reflector in order to remove the pump wavelength from the laser output. In
many cases the amount of available power has been limited by the amount of single
mode pump power available from diode lasers. To overcome this problem, cladding
pumping has been introduced in special fibres, which have a special cladding for
guiding the multimode pump[155].
Another laser application of in-fibre gratings is in the frequency stabilisation of laser
diodes[156] where the grating is often fabricated directly in the fibre pigtail of the
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laser. There are many of the configurations oflasers employing fibre Bragg gratings,
many of which are mentioned in reference [152].

2.7.4 Add/Drop Filters
In \VDM systems, add/drop nodes are required to select the individual channels, or to
insert a signal onto a particular channel.
configurations

presented

including

There have been many different

gratings

written

ill

Mach-Zehnder

intereferometers [157], and in fused couplers [158], shown in Figure 2.25.
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Figure 2.25 : An OADM based on a Bragg grating in a IOO%fused
coupler
The quality of gratings required for \VDM applications is very high and the uniform
period gratings required for the channel filters, can themselves cause dispersion
penalties [159,160].
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3 GRATING FABRICATION USING QUADRUPLED
ND:YAG
3.1 Introduction
There are now many examples of grating fabrication using different wavelengths.
Common choices include KrF Excimer lasers (248-249nm, pulsed [161]) and
frequency doubled Argon Ion lasers (244nm, cw) [162]. However, there are also
examples of gratings fabricated using both near UV (333-364nm [163]) and far UV
(193nm [164]) lasers.

Though there are many different wavelengths suitable for

grating fabrication, the lasers can be divided into two types: low spatial and temporal
coherence, and high coherence. Low coherence sources, such as the KrF Excimer
laser (248nm), are suitable only for grating fabrication by contact printing with a
phasemask. Low coherence sources have poor spatial beam quality and so spatial
filtering of the beam is often required in order to fabricate good quality gratings. In
addition, the properties of the beam can vary significantly between pulses, meaning
that averaging spatial irregularities over a large number of pulses is often required to
obtain good quality gratings.

Argon ion lasers operating at a variety of UV

wavelengths (244nm, 257nm, 302nm, either at the fundamental wavelength or
frequency doubled) provide excellent coherence and are therefore ideally suited to
grating fabrication and are frequently employed in research laboratories.
The requirement for most industrial grating fabrication utilities is for the mass
production of high quality gratings, at as Iowa cost as possible.

Frequency

quadrupled Nd:YAG lasers provide a high power, low cost, UV source.

Using

phasemasks, they have the potential to provide the UV source for many gratings
fabrication utilities simultaneously, for a much lower initial outlay and year-on-year
maintenance cost when compared to an Argon-ion laser, and they do not require the
supply of gases needed by Excimer lasers. For these reasons, it was decided to invest
in a frequency quadrupled Nd:YAG laser, along with Nortel Technologies research
laboratories.
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The aim of this chapter is to identify and illustrate the advantages and disadvantages
of using a frequency quadrupled Nd:YAG for the fabrication of in-fibre Bragg
gratings. Various standard characterisation techniques are introduced that were used
to identify areas in which the fabrication utility could be improved, and to understand
a little more about the grating writing process.

The later sections in the chapter

concentrate on improving the repeatability of grating fabrication, and identifying
aspects of the optical alignment of the set-up required to reduce imperfections in the
grating profiles.

3.1.1 Why Choose a Quadrupled Nd:YAG?
As mentioned previously, at the time that the Nd:YAG laser was acquired, industry
was looking to use high power pulsed sources rather than frequency doubled argon
ion lasers for grating fabrication.

Reported fabrication of gratings by a single

excimer pulse [165], and subsequently gratings written during fibre drawing, was the
likely cause of this interest in high power pulsed sources. Many research institutions
chose to use KrF excimer lasers at 248nm. However, in conjunction with Nortel
research labs, it was decided to follow investigation of an alternative laser source for
grating fabrication - the quadrupled Nd:YAG.

Frequency quadrupled Nd:YAG

lasers are an unusual choice. The advantages include the very high output power and
that they are relatively cheap compared to other lasers. They also have very high
peak pulse powers (»10MW) enabling them to be used to make type II (damage)
gratings.
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244nm

200

266nm

300

250

wavelength. nm

Figure 3.1.- The transmission spectrum of a 15mm thick preform before
and after irradiation with 244nm light [l66].
Figure 3.1 shows the absorption spectrum for a germanosilicate preform, before and
after exposure with 244nm light (wavelength of the frequency doubled argon ion
laser - FreD). It can be seen that before exposure, the transmission loss for 244nm is
~

2000dB/cm greater than that for 266nm light, indicating that the absorption at

266nm is far less than that at 244nm.

However, despite very low absorption

properties of the fibre at 266nm, it is still possible to fabricate type I gratings at this
wavelength.
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LASER

FreD

Quad Nd:YAG

100mW (100mW)

>IW (»10MW)

Wavelength

244nm

266nm

Coherence

High

Poor (coherence
length -1 Omm)

Repitition Rate

Cw

30Hz

Max. UV Power
(peak)

Pulse Duration
Beam Size

Suited Applications

9ns
-3mm

>lcm

Holographic
fabrication, high
quality gratings

Type II gratings,
mass production?

Table 3.1: Comparison a/properties
lasers

0/ Argon Ion

(FreD) and Nd:YAG

Some of the work in this thesis has been carried out using the FreD laser at 244nm.
The argon laser is more suited to the production of single type I gratings than the
quadrupled Nd:YAG; whose advantage is the capability of running many fabrication
utilities using one laser, due to the very high power output. Table 3.1 shows a
comparison of the properties of the two lasers used for grating fabrication in this
thesis. The maximum average UV output power of the Nd:YAG is 10 times that of
the FreD. In addition, due to the pulsed nature of the source, the maximum average
UV power which can be used to fabricate gratings is -25mW (average fluence
-2.5xl07Jcm-2 ). Above this power level, when the beam is focussed into the fibre
core during fabrication, the fibre breaks, especially if the beam is not scanned during
grating fabrication. The spatial intensity profile of the Nd:YAG UV beam is of poor
quality, and therefore only suitable for fabricating gratings by scanning the
phasemask and fibre [167] in order to average out irregularities in the beam profile.
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3.2 Grating Fabrication

3.2.1 Fabrication Set-up
Nd:YAG (266nm)
mirror wheel for
intensity control

lJ

Fibre holder with
micrometer movement

computer
controlled
stage

phase mask
mounted on piezo

fibre holder
withloadcell

Figure 3.2: Gratingfabrication set-up for Nd: YAG laser

Figure 3.2 shows the grating fabrication set-up of the Nd:YAG laser. One of the
biggest challenges involved in fabricating gratings with this laser has been the
control of the laser beam. The lack of availability of high power UV optics (e.g.
neutral density filters and apertures etc.), particularly at 266nm, resulted in perhaps
unconventional methods for reducing the laser power at the fibre. For maximum
stability, the laser must be run continuously at full power (UV output

~

1.3W). The

laser power drops by ~4% over 6 hours, but this can be compensated for. If the laser
is not run at full power, the beam quality deteriorates and tuning stability suffers.
The Nd: YAG laser contains a seed laser which controls the timing of the pulses and
ensures good temporal properties of the laser pulses, but the spatial properties of the
laser beam suffer as a result. Therefore, if the seeder is turned off then the spatial
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quality of the beam increases, however, the beam positioning stability of the beam is
then no longer acceptable.
The UV power reaching the fibre is controlled by the use of a mirror wheel, which
dumps the unwanted portion of the laser power into a beam dump. The mirror wheel
contains a 99% reflector, used for alignment of the fibre and fabrication set-up, and a
70% reflector used for grating fabrication.

The beam pointing is not changed

significantly when alternating between the 70% and 99% reflectors. The periscope
reduces the beam height from 200mm to 125mm and contains a 70% reflector and a
4° wedged silica flat (giving 4% reflection).

The wedge separates the beams

reflected from the front and back faces of the flat, leaving the transmitted beam
clean.
For laser safety, the high power laser beam is encased in black tubing wherever
possible. In addition, the mirror wheel is positioned before the periscope, so that the
laser power is reduced to safer levels as rapidly as possible.

The periscope is

encased in a black box in order to reduce scatter from the green light (532nm)
present in the laser beam.

(a)

(b)

Figure 3.3: Apertures used for filtering the UV beam

The UV output beam from the YAG has dimensions

~l.Ocmxl.Ocm.

As was

mentioned previously, the spatial intensity profile of the beam is very uneven. The
laser beam diverges very little, and therefore it was possible to filter out a good
quality part of the beam simply using an aperture, with no need for a telescope and
spatial filtering arrangement, which would have proved very costly. To begin with,
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an aperture, shown in Figure 3.3(a), was simply placed in front of the cylindrical lens
used to focus the beam into the fibre core. Whilst this aperture allowed selection of a
region of the beam with more uniform spatial intensity, the position so near to the
fibre and phasemask limited the ability to use back-reflections from the fibre and
phasemask in order to align the set-up. In addition, the slot shape of the aperture
meant that it was critical that the aperture was positioned absolutely vertically, or the
width of the focussed beam in the fibre would be greater than that of the aperture.
The other approach tried involved a circular aperture fixed to the shutter housing,
shown in Figure 3.3(b).

This was an improvement in two respects: the circular

aperture shape meant that there were no problems with the focussing of the beam in
the fibre and any changes in the pointing of the beam as the laser warmed up affected
the whole grating equally. In the case where the aperture was fixed to the cylindrical
lens, the intensity of light passing through the aperture and to the fibre could change
as the beam scanned, due to the spatially uneven intensity profile. The aperture
placed on the shutter housing also had fuzzy edges in an effort to eliminate any
strange diffraction effects which may be caused by an aperture with very sharp
edges.
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3.2.2 Fabrication ofApodised Gratings
The first apodisation method to be implemented as part of this thesis involved
oscillating the fibre along its axis during fabrication, a method which was presented
by Cole et al [168]. The magnitude ofthe oscillations was largest at either end ofthe
grating and zero in the centre.

Fibre

["""""""""""""""'''''''''''''''''''''''''''''''''''''''''''''''''''''''''''''''''''''''''''''''1
Phase mask
Scanning UV beam

Figure 3.4: Setup for apodisation by dithering the fibre as the beam
scans across

The fibre was clamped onto piezoelectric micrometers, which were mounted onto the
standard fibre holding blocks, shown in Figure 3.2. The two piezos were controlled
by the same voltage, and could be driven at a frequency up to

~5Hz.

The details of

calculating the appropriate scan speeds and other technical information can be found
in chapter 4.

A grating apodised using this technique is shown in Figure 3.5,

compared with an unapodised grating. The setup was designed so that one of the
piezos could be turned around, meaning that the fibre would be alternately stretched
and released when an oscillating voltage was applied. This alternative arrangement
of the piezos meant that they could be used to stretch the fibre symmetrically about
the centre of the grating (only in the case where the grating was fabricated in the
centre of the fibre) for fabricating moire gratings.
The technique adopted for the apodisation study in chapter 4 was to dither the
phasemask instead of the fibre, meaning that only one piezo was required.
technique was more suitable for use with the argon laser.
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The

The scan speeds for

making gratings with the argon laser are much faster than for the YAG, therefore a
piezo specially designed for dynamic operation was required.

Full details on this

apodisation technique can be found in chapter 4.
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Figure 3.5: Comparison between the spectra of apodised and unapodised
gratings. The grating was apodised by dithering the fibre.
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2.0

3.2.3 Addition of Camera for Monitoring Phasemask-Fibre
Alignment
-
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CCDCamera&
Macro Zoom Lens
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1-'---

Phase mask

Magnified Image
on Monitor

Fibre

Figure 3.6: Arrangement using a CCD camera for aligning the
phasemask and fibre (the shaded area of the phase mask merely indicates
the area of the mask in which there are corrugations).

The introduction of phasemasks for grating fabrication increased the repeatability
significantly. However, with gratings requiring apodisation for many applications,
the tolerances on the quality of grating profiles have decreased significantly.

At

Aston, many problems with the repeatability and predictability of the grating
fabrication process were put down to problems with alignment.

In order to

investigate the effect of variations in alignment with the fabrication set-up used in
this thesis, a CCD camera with macro zoom lens was set up in order to give a
magnification of approximately 200 times.
The arrangement ofthe camera with respect the grating fabrication set-up is shown in
Figure 3.6. The camera was mounted in such a way that it could be focussed at a
certain magnification using a vertical micrometer movement. The camera could also
be translated along the fibre to view the phasemask-fibre separation at various
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positions along the fibre, to check that the fibre was parallel to the phasemask. The
camera was mounted at a slight angle to the vertical, so that the camera viewed both
the reflection of the fibre in the phasemask and the fibre itself The distance between
the two fibres on the screen is therefore twice the distance of the fibre from the
phasemask.

3.3 Grating Characterisation

3.3.1 Crating Spectrum Characterisation
TUNICS
3

R

GPIB

T

GPIB
OSA

pc-----'/

L--L_ _

Figure 3.7: Experimental set-up for high dynamic range and high
wavelength resolution characterisation of the grating spectra

The equipment required to measure the spectral response of gratings is shown in
Figure 3.7. The grating is fusion spliced onto port 2 of a 3 port, 2 stage circulator in
order to minimise the return loss and therefore maximise the dynamic range available
when measuring a grating in reflection.

A Photonetics Tunics tuneable laser

(p==O.5mW) with picometer resolution is the input to port 1 of the circulator. For
transmission loss measurements, a patch cord is attached between the end of the
grating and the HP Optical Spectrum Analyser - OSA (wavelength resolution O.lnm
and sensitivity -80dBm).

For reflection spectra measurements, port 3 of the

circulator is attached to the OSA. In order to temperature stabilise the gratings, they
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are sandwiched between two pIeces of polystyrene during characterisation, to
minimise the effects on the grating spectrum of the fluctuating lab temperature and
any air currents.
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Figure 3.8: (a) The refractive index profile of an unapodised grating
measured using DFTS and (b) the grating reflection profile
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Results from another method of characterising gratings are shown in Figure 3.8 4 .
The map of the refractive index modulation., as shown in the figure, can be used to
calculate the grating spectrum using a fast Fourier transform. The technique is only
suitable for weak gratings at present, as the Fourier transform approximation for
measurement of the grating spectrum only applies for weak gratings (R<90%). The
results shown in Figure 3.8(a) show that the refractive index modulation gradually
increases along the length of the grating. This change in refractive index modulation
is most likely to be due to a variation in alignment of the fibre with respect to the
focus of the scanning laser beam and the phasemask during fabrication. There is
quite a lot of noise on the profile, which is most likely to be due to the temporal
variation in the power of the laser beam. The asymmetry in the refractive index
profile is echoed in the reflectivity profile, shown in Figure 3.8(b), where the
sidelobes are not symmetrical about the grating peak.

4

The grating refractive index was measured using discrete Fourier transform spectroscopy by Gordon

Flockhart of Heriot-Watt University.
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3.3.2 Grating Growth
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Figure 3.9: Evolution of various grating properties during grating
fabrication using a static beam.
Figure 3.9 shows the growth of a grating fabricated using a phasemask and static
beam (width ~ 1cm) in hydrogen loaded boron-germania co-doped fibre. The grating
spectrum was monitored during fabrication using a broadband Erbium fluorescence
source and optical spectrum analyser.

The early bandwidth measurements are

probably limited by the resolution of the OSA (O.lnm) and would be expected to be
narrower than the recorded values. The wavelength and bandwidth of the grating
increase as the transmission loss of the grating increases with UV exposure.
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Figure 3.10: The change in various grating properties with exposure
time. The distance between the phasemask and the fibre is 13JDrl.

The change in refractive index and fringe visibility during grating fabrication

18

shown in Figure 3.10. The grating was fabricated using a static beam of length 2mm.
The total refractive index change of the core was calculated from the wavelength
shift of the grating during fabrication and the amplitude of the refractive index
modulation was calculated from the grating reflectivity. The fringe visibility

Equation 3-1

where tln is the amplitude of the refractive index modulation, and nuv is the average
UV induced refractive index. The fringe visibility rapidly decreases once the
grating transmission begins to saturate. The DC refractive index contribution rapidly
increases, meaning that there is not very efficient use of the available photosensitive
refractive index when producing the grating. Some of the observed effect could be
caused by the inability of the OSA to resolve the bottom of the grating transmission
dip.

However, this is unlikely to account for much of the observed effect.

Physically, this effect could be caused by a stability problem, so that in time the
fringes of the grating become less distinct. If this is the case then this factor is less of
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a concern for the scanning beam technique, as the beam does not stay in one position
for very long. The eventual refractive index modulation is only 5.5x10-4, whereas
the average UV induced refractive index is 1. 75 x 10-3•
Phasemasks allow a small amount of UV through in the zero diffracted order, as is
shown in Figure 3.11. This zero order results in a DC offset for the UV induced
refractive index modulation in the fibre core. However, the intensity of light in the
zero order of this phasemask, shown in Figure 3.12, which has been specially
designed for use with UV at 266nm, is not enough to cause such a large DC offset as
observed in Figure 3.10.
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Figure 3.11: Variation 0/% of intensity in zero order beam for
holographic phase mask optimised/or use with YAG laser

Figure 3.11 shows how the percentage of light in the zero order of a phasemask
varies as the phasemask is scanned between the phasemask and a UV detector. This
phasemask was designed for use with a 266nm laser, and was fabricated using
holographic lithography techniques. The suppression of the zero diffraction order is
better for TE polarised light, than for TM polarised light. The polarisation vectors
for the electric field of the incident UV are parallel for TE polarisation, whilst for
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TM polarisation the vectors are no longer parallel.

The percentage of zero order is

taken as a fraction of the total UV transmitted by the phasemask.
Figure 3.12 shows the zero order suppression for a phasemask made for use with
266nm light using electron beam lithographic techniques.

The zero order

suppression for this mask is not uniform along the length. Factors such as the etch
depth of the quartz substrate, and the mark-space ratio of the grating corrugations can
affect the amount of zero order which is transmitted by the mask.
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Figure 3.12: Zero order measurement (FE) for an e-beam mask with
poor zero order suppression at one end
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4

3.3.3 Type II Gratings
-1 ,---------------------,

O-r-------------------__

-2

-6+---~---_r----+_--~

1500

1520

1540

1560

1580

Wavelength (nm)

-30

+---------+-------~f..--------'

1540

1550

1560

Wavelength (nm)

Figure 3.13: The transmission and reflection spectra of a type II grating
fabricated using the quadrupled Nd: YAG laser

One of the advantages of the Nd:YAG laser is the high UV power, meaning that it is
possible to fabricate type II gratings. Figure 3.13 and Figure 3.14 show spectra of
type II gratings. The transmission spectrum displays surprisingly low loss, this is
probably due to an effect reported by Malo [169], that in the case of type II gratings
fabricated using normal incidence of a phasemask, the period of the grating in the
fibre is the same as that of the phasemask. This suggests that the gratings are in fact
second order gratings, with the first order gratings at 3000nm. This would explain
the relatively low transmission loss, but characteristic spectrum of a type II grating
displayed by these gratings.
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Figure 3.14: Second order Type II grating fabricated using a 100ms
exposure.
At the time that the Nd: YAG laser was acquired, there was much interest in the
fabrication of type II gratings, with the prospect of writing gratings as the fibre came
off the fibre drawing tower. The high power produced by this laser makes it ideal for
the production of damage gratings, though the fluence required to fabricate damage
gratings using this laser is greater than for many other reports, due to the low
absorption of the fibre at 266nm.

3.3.4 Type IIA Gratings
Type IIA gratings have yet to be reported in hydrogen-loaded fibres. However, the
growth of gratings was investigated in order to investigate the production of negative
index gratings in hydrogen loaded fibre using the quadrupled Nd:YAG laser. Figure
3.15 shows the evolution of a grating in hydrogen-loaded B/Ge co-doped fibre over
30 minutes. The grating length was determined by the beam width, which was 2mm.
Figure 3.15 shows the growth and decay of one grating, followed by the subsequent
growth of another grating at a lower wavelength than the first. The grating exposure
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was stopped when there had been no noticeable change in the grating profile for a
few nllnutes.
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Figure 3.15: Evolution of a Bragg grating over ~30 minutes using a
quadrupled Nd: YAG laser.

The reasons for the behaviour of the grating in Figure 3.15 are still not clear, and
researchers have yet to agree on the exact mechanisms involved with this type of
grating growth. The growth of a second grating at a lower wavelength from the first
suggests a 'negative refractive index' or type IIA grating, however, as this grating
grows the wavelength shifts to higher wavelengths, so the lower wavelength of the
second grating is probably misleading.

In 1997, Hubner presented a paper

explaining this observed grating growth in terms of fringe visibility [170].

They

investigated the effect of the grating source on grating growth. It is unclear whether
the grating growth observed here is due to the growth oftype IIa gratings or could be
explained by Hubner's theory.

Further investigation would enable this to be

deternrined.
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3.3.5 Effect ofBeam Width and Fibre-Phasemask Distance
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Figure 3.16: The effect of varying the separation of the phasemask and
fibre for different beam widths
The dependence of the grating strength on the separation of the phasemask and fibre
was investigated for two different beam widths for grating lengths of Smm.

The

gratings were fabricated using the scanning phasemask technique described earlier in
this chapter. The phasemask was moved in order to adjust the distance from the fibre
during the experiments, so that the focussing of the beam with respect to the fibre
remained constant throughout all exposures. The results are shown in Figure 3.16
and show that the grating strength is reduced quite significantly as the fibre is
positioned further from the fibre for the 1mm beam, but the variation is significantly
less for the 3mm beam.
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Figure 3.17: Spectra for gratings fabricated with the phasemask at
different distances from the fibre

Figure 3.17 shows both the shift to longer wavelengths and the increased bandwidth
observed with decreasing separation of the phasemask and fibre during grating
fabrication. The gratings were fabricated with a beam width of Imm, and grating
length of lcm in hydrogen loaded boron-germania co-doped fibre. The increased
bandwidth is due to the increase in the refractive index modulation, which is
observed for gratings fabricated with smaller phasemask-fibre separation. The shift
to longer wavelengths of gratings (also shown in Figure 3.16) irradiated with the
fibre close to the phasemask is caused by a higher average refractive index of the
fibre core than when the fibre is further from the phasemask.
The reason for the different rates of decrease in the grating transmission loss with
fibre-phasemask separation can be explained in part by Figure 3.18. For a smaller
beam width the region in which the first diffracted orders overlap extends a shorter
distance behind the phasemask than is the case for a larger bea.m, as is shown in
Figure 3.18. For a given beam width, as the distance behind the fibre increases, the
width of the overlap region decreases and the DC contribution from the part of the
first orders that are not in the overlapping region increases.
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uv
Beam

Figure 3.18: A smaller beam width leads to a reduction in the distance
behind the phasemask where the interference pattern is formed

Another problem highlighted by the use of the camera to monitor the fibre and
phasemask, is that when the fibre is placed very close to the phasemask «30~m), the
fibre bends, as is illustrated in Figure 3.19.

The fibre actually sticks to the

phasemask if the fibre is not under sufficient tension. The most likely reason for this
is static between the phasemask and the fibre. This is quite a serious issue, since if
the fibre touches the phasemask during the fabrication of apodised gratings by
dithering either the fibre or the phasemask, then the phasemask will be damaged.
The solutions seem to be to put sufficient strain on the fibre, and also to make sure
that the fibre and phasemask are not too close.

1111111111111111111111111111111111111111111111111111111111111111111111111111111111111111111111111111111111111111111111111

Figure 3.19: PlaCing the fibre very close to the phasemask can result in
a bend in the fibre.
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3.3.6 Effect ofPhasemask-Fibre Angle
It is not only the distance between the fibre and the phasemask, which can make a

difference to the repeatability ofthe gratings. Both Painchaud et al[171] and Othonos
and Lee [172] have shown that varying the angle between the phasemask and fibre
can be used to vary the Bragg wavelength of the grating.

Orthonos and Lee

presented a simple expression for the Bragg wavelength,

Equation 3-2
where ,,1.0= 2np, p is the period of the grating in the fibre, and n is the refractive index
of the fibre core. This expression is designed to predict the wavelength shift for the
case of nonnal incidence on the phasemask, which is the case here.

Phase
mask

A

B

df

1

fibre

a

111111111111111111011""""""""''''''11111111111111111111111111111111111111111111111111111111111111111111111111

----.)0

Scanning beam

Figure 3.20: The setup for investigating the effect offibre angle on
grating properties
The fibre at the centre ofthe grating was maintained at a distance of200J.1m from the
phasemask for all exposures, in order to try to reduce any effects from varying the
distance of the fibre from the phasemask, as discussed earlier on page 78.

The

gratings were fabricated by the scanning the phasemask with a 3mm beam, the scan
length was Smm. The 3mm beam-width was chosen to try and reduce the sensitivity
of the grating strength to the distance of the fibre behind the phasemask.

The

phasemask angle was controlled by mounting the phasemask on a rotating stage.
The angle was calculated by measuring the distance between the phasemask and the
fibre at either end of the phasemask, the angle was then derived using trigonometry.
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The angle of the beam was adjusted to be at nonnal incidence to the phasemask. A
simple diagram ofthe fabrication set up for the investigation is shown in Figure 3.20.

Fibre

Max. Transmission

Angle

Loss (dB)

Measured 3dB Wavelength Predicted Centre
Bandwidth

(degrees)

(nm)

Wavelength (run)

(nm)

0.00

49.19

0.19

1567.17

1567.17

0.14

48.42

0.21

1567.19

1567.18

0.29

51.10

0.20

1567.20

1567.19

0.46

49.10

0.26

1567.22

1567.22

Table 3.2: Properties of gratings fabricated with different angles
between the fibre and phase mask.
The results in Table 3.2 show the wavelength predicted by Equation 3-2, and the
agreement between the obtained wavelengths and those predicted is good. Another
trend is shown by the data in Table 3.2. As the angle between the phasemask and
fibre is increased, so is the bandwidth of the grating peak. The transmission loss of
the gratings varies only by

~2dB,

and this variation is random, so this cannot be said

to be the cause of the broadened bandwidth of the grating peaks. The most likely
reason is variation of the average refractive index of the fibre core along the grating.
The spectra of 2 gratings fabricated at different fibre angles are shown in Figure
3.21, showing the increased bandwidth.
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Figure 3.21: Gratings fabricated with the phase mask at different angles
to the fibre, showing the resulting chirping of the grating spectrum.

The gratings shown in Figure 3.21 have ripples on the top of the grating peak, which
are probably due to the laser power being very unstable at the time of fabrication,
and the very strong refractive index modulation of the grating. The gratings were
fabricated using a uniform period phasemask and were not apodised.

3.4 Chapter Summary and Discussion
As part ofthe investigation of the quadrupled Nd:YAG laser, a fabrication utility has

been set-up to fabricate type I gratings. Various studies have been made in order to
improve the repeatability of gratings and minimise sources of error. Monitoring a
grating fabricated using a static beam revealed a low fringe visibility of the grating
refractive index modulation. At the beginning of the grating fabrication, the fringe
visibility was

~0.78.

This fringe visibility decreased with increasing exposure, to

004. This result suggests a stability problem for gratings fabricated using a static
beam. However, the set-up was designed primarily to fabricate gratings by scanning
a phasemask, so the beam does not stay in one position on the fibre for long enough
for this to be a significant problem.
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Measurements of the zero order in phasemasks used with this fabrication utility have
been made for a mask specially designed for use with 266nm exposure. The light
intensity of the zero diffracted order of the phasemask was found to vary according
whether the light was TE or TM polarised. TE polarisation was found to give a
better zero order suppression (97.5%) than TM polarised light (93%). However, the
stability and quality of the laser when the frequency doubling crystals are set for TM
polarisation is better than for TE polarisation.
A CCD camera with a macro-zoom lens was introduced to monitor the alignment of
the fibre and phasemask.

Using the camera, the effect of varying the fibre-

phasemask distance has been investigated for 1 and 3mm beam widths.

The

transmission loss of the gratings was found to decrease with increasing separation of
the fibre and phasemask.

The decrease in transmission loss was much more

pronounced for the 1mm beam than for the 3mm beam.

This decrease has been

attributed to the decrease in the overlap of the first diffraction orders of the
phasemask with increasing distance behind the phasemask. However, a wavelength
shift to higher wavelengths was observed, for both beam widths, with decreasing
fibre-phasemask separation.

This wavelength shift suggests that the average

refractive index along the grating length is not independent of fibre-phasemask
separation, this could be because the photosensitive mechanisms are more efficient at
higher fluence. Variation in the angle between the fibre and phasemask was also
studied.

It was found that when the fibre and phasemask were not parallel, an

increase in the Bragg wavelength ofthe grating was observed, as reported previously
by Othonos and Lee [172]. However, this was not the only effect observed. The
grating bandwidth was also found to increase with increasing angle between the
phasemask and fibre. An angle of 0.46 0 between the fibre and phasemask resulted in
an increase in the Bragg wavelength of 0.5nm and an increase in bandwidth of
0.07nm. The results showing the variation in transmission loss with fibre-phasemask
distance suggest that the most likely cause for the increase in the grating bandwidth
is a non-uniform average refractive index along the grating length.
There are many other parameters and effects not mentioned so far in this chapter,
which may influence grating profiles.

Very slight defects in any parameter may
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cause an mcrease

ill

the sidelobe levels of a grating (the effect is far more

pronounced and undesirable in the case of apodised gratings). Some of the issues of
concern include the method employed to strip the acrylate coating from the fibre.
Mechanical stripping can introduce cracks in the fibre. The use of chemical stripping
techniques improves the quality of the resulting bare fibre, but care must be taken to
remove all traces of the coating before exposure to UV, or this may affect the profile.
Alignment issues such as changes in the focussing of the laser beam in the fibre core
along the grating length will introduce effects such as chirp, caused by an nonuniform average refractive index in the fibre core. Defects in the phase mask, caused
by stitch errors in e-beam generated masks, dust, scratches and chemical deposits all
degrade the quality of the phase mask and therefore the grating.
properties of the laser may have undesirable effects.

In addition,

The beam divergence may

cause a change in focus in the fibre core. The beam intensity profile may cause
problems, as without the use of apertures to define the length of apodised gratings
using the scanning technique, irregularities in the beam profile may result in nonuniform average refractive index at the edge of the grating (this effect is particularly
pronounced in short gratings).
Table 3.3 summarises the advantages and disadvantages of the frequency quadrupled
Nd:YAG laser as a source for fabricating fibre Bragg gratings.

The use of a

quadrupled Nd:YAG laser for the fabrication of Bragg gratings in germanosilicate
fibres is limited due to the poor absorption of the fibre at 266nm.

Highly

photosensitive fibres have to be used in order to fabricate gratings. Fabrication times
for good quality Bragg gratings using a quadrupled Nd:YAG are long and therefore
this detracts from the ability to run many fabrication utilities using a single laser.
The fibres may also require extra pre-fabrication processing (e.g. High pressure
hydrogen loading) compared to those required to fabricate the same gratings using an
argon (244nm) or excimer laser (248nm). Ifa quadrupled Nd:YAG is used to run a
single fabrication utility it is extremely inefficient, requiring many optics to reduce
the power to appropriate levels for grating fabrication. In addition, the high peak
pulse powers can lead to damage mechanisms occurring in the fibres, reducing the
quality of the gratings. The power stability of the laser can be a problem, unless the
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flash lamps are relatively new, and there are considerable laser safety issues with a
high power frequency quadrupled system.

ADVANTAGES

High average power (> 1W UV)

Many grating fabrication set-ups
can be run from one laser

High peak powers (> 1OMW)

Fabrication of type II (damage)
gratings possible

Low cost

Low initial outlay and
maintenance costs

DISADVANTAGES

High peak powers

High power weakens the fibre,
and may cause it to break during
fabrication.

High Wavelength (266nm)

The grating fabrication process
is very inefficient, due to the
low absorption of the fibre at
266nm

Poor beam quality

Poor temporal and spatial beam
stability results in a noisy
spectral profile of gratings

Table 3.3: Advantages and disadvantages of using afrequency
quadrupled Nd: YAG laser for grating fabrication

At the time that the quadrupled Nd:YAG was acquired, it was hoped that it might
provide a source for the mass-production of fibre Bragg gratings. However, given
the time taken to fabricate one grating, and the need for special fibres and the
decrease in mechanical strength of gratings fabricated using a pulsed laser source, the
quadrupled Nd:YAG laser is not an ideal source for general fabrication of Bragg
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gratings in fibres.

Having said this, it may be a suitable source for applications

where the fabrication parameters are not so critical, such as the fabrication of long
period gratings. Also, as new fibre coatings are presented which are transparent to
UV at

~266nm,

the laser may be suitable for grating fabrication through the fibre

coating due to the high peak pulse powers.
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4 GRATING APODISATION STUDY
4.1 Introduction
Advances in fibre grating technology in recent years have meant that gratings are
increasingly being considered as viable alternatives to existing device technologies;
this is particularly true in the fast moving field of telecommunications. Research into
WDM networks has lead to a heightened interest in the use of fibre Bragg gratings as
filters.
The reflection spectrum of a standard uniform period Bragg grating exhibits
sidelobes either side of the grating peak. These sidelobes are highly undesirable in
many applications, as they result in crosstalk between different channels and an
increase in the general noise level in a system.

Apodisation minimises these

sidelobes by reducing the refractive index modulation at the ends of the grating. A
large proportion of the grating exposure length is taken up in apodising the grating,
meaning that the effective length of the grating is a fraction of the total exposure
length. It is fairly straightforward to fabricate apodised gratings with the desired
spectral characteristics for a particular application when there is no maximum length
constraint imposed on the grating exposure. However, in practise there are often
packaging restrictions imposed on the grating length, meaning that the grating design
is not trivial.
To date, most of the work published on apodisation has been on fabrication methods,
or presentation of a chosen design for a particular device [173,174,175,176,177,178].
A theoretical comparison of apodisation profiles for chirped dispersion compensating
gratings has been published [176], but as yet none have compared the effects of
apodisation functions for uniform period gratings. Many in industry seem to have
settled recently on a Gaussian apodisation function.

However, the results in this

chapter indicate that this is not always the most appropriate function, particularly
when a maximum grating length is imposed.
This chapter represents the first in-depth experimental and theoretical comparison of
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apodisation functions for uniform period gratings.

In addition, a new flexible

method of apodising gratings is presented. The gratings in this study are subject to a
length limitation, which is the case in many industrial applications, where there is a
maximum length imposed on the grating due to packaging restrictions. Using the
new versatile fabrication method, the spectral characteristics are investigated for 3
different apodisation functions for gratings of fabrication length Smm. The functions
are 3 very different shapes, chosen to provide an insight into the effect of different
characteristics of the profile shape on the grating properties. The function width or
roll-off factor of each function was varied as appropriate. Two applications of
apodised gratings are presented at the end of the chapter. An application to TDM to
WDM switching is demonstrated, and a fast tuneable filter for use in WDM systems.
The aim of the chapter is to make the reader aware that there are many trade-offs
involved in the design of length limited gratings, to highlight the advantages and
disadvantages of each of the apodisation functions, and demonstrate two applications
of apodised gratings in WDM devices.

4.2 Background
As mentioned in the introduction to this chapter, the practical limitations confronted
by this study are derived from packaging constraints. Telecommunications is not the
only application requiring optimised gratings of short length. Fibre grating sensing
systems often require very short gratings in order to make quasi-point strain
measurements. At the same time, a high dynamic range is required, meaning that the
spectral quality of the grating must be high, with as narrow as possible grating
bandwidth and significantly reduced sidelobes.
apodised.
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This requires that the grating is

4.2.1 Apodisation Methods
REF:

METHOD:

PROFILE:

ADVANTAGES:

LIMITATIONS:

[179]

Using profile of
static beam

Gaussian
(depends
on profile
of beam)

Simple

Fabry-Perot
resonances at short "in grating peak

[180]

Dual scan
refractive index
profiling

Any
profile

Uses any
phasemask, no
dithering required

Fairly involved, have
to remove
phasemask before
second
compensating scan

[181]

Moving
fibre/phasemask
technique

Any
profile

Flexible

Repeatability??

[182],
[183]

Apodised (variable
diffraction
efficiency)
phasemask

Any
profile

Repeatable

Only one profile per
mask - special mask
required

[184]

Moire phasemask

Raised
cosme

Repeatable

Only raised cosine
profile

[185]

Continuous
stretching and
releasing of fibre

Raised
cosine (or
truncated)

Fairly simple

Only one profile,
need to make sure
exposure is in
middle oflength of
fibre

[186],
[187],
[188],
[189]

Others presented

Table 4.1: Summary of reported apodisation techniques
Many apodisation methods have been presented, and they are summarised in Table
4.1 chronologically. Originally, gratings were intrinsically apodised by the intensity
profile of a static UV beam [179]. However, this results in a non-uniform average
refractive index along the grating length, meaning that while the refractive index
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modulation decreases at the grating edges, the grating edges reflect light at a shorter
wavelength from that of the centre of the grating due to the different refractive index.
The low wavelength at both ends of the grating means that a resonator is formed,
resulting in Fabry-Perot resonances on the short wavelength side ofthe grating peak.
As phasemask scanning was introduced for making gratings, refractive index
profiling was developed [180].

The technique involved controlling the UV dose

along the length of the grating by varying the scan speed of the beam across the
phasemask. In order to overcome the Fabry-Perot fringes, a second scan without the
phasemask was required to ensure that the average refractive index remained
constant along the grating length. This method proved flexible, but has largely been
superseded by simpler techniques. Cole et al presented a novel technique providing
excellent flexibility [181]. The method demonstrated in Cole's paper involved the
dithering of the fibre in order to vary the refractive index modulation along the
grating. Since the scan speed for this method is constant along the grating length, the
refractive index remains constant. Methods aimed at mass-production of gratings
have also been presented by several groups, all using apodised phasemasks
[182,183,184]. Only one apodisation profile is possible with an apodised mask, but
mass production is simple. However, for commercial situations, the emphasis now
seems to be on flexibility and fabrication that does not require specialist phasemasks.
Other methods presented include the continuous stretching and releasing of the fibre
to create a Moire grating effect [185], and using carefully profiled apertures in order
to control the UV doses with and without a phasemask [189].
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4.3 Theoretical Modelling of Apodised Gratings
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Figure 4.1: The effect of 1mm beam width on the apodisation profile of
5mm grating: --- beam profile,
programmed apodisation profile,
resulting apodisation profile for grating.

The theoretical spectral response for each of the gratings was calculated using
integration of the Ricatti equation [13]. The function describing the variation of the
coupling constant,

1(",

along the grating length was calculated by convolving the

function generated due to the dithering of the phasemask with the beam profile so
that
K(Z) = K(A(z)

* B(z)),
Equation 4-1

where

K

is the maximum coupling constant (maximum at the centre of the grating),

A(z) is the apodisation function, and B(z) describes the beam profile.

Figure 4.1

shows a modelled raised cosine envelope (a=O.4). The finite beam width has the
effect of increasing the width of the apodisation profile (and the length of the
grating) and decreasing the width of the central flat region of the profile, which is
shown in Figure 4.1. For this reason, in order to obtain an apodisation function as
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close as possible to that described by A(z), the beam width needs to be as small as
possible.
The effect of the beam width on the grating spectrum is shown in Figure 4.2. The
comparisons are shown for a 5mm long grating with Gaussian apodisation (FWHM
3.3mm).
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Figure 4.2: The effect of the beam convolution model on the modelled
grating spectrum
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4.3.1 Apodisation Profiles
Three different profiles were investigated in this study: raised cosme, truncated
cosine and Gaussian. Each profile was normalised to give unity height and width
(centred on the origin) .
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Figure 4.3: Comparison between the 3 profiles considered: Raised
Cosine (a=l), Gaussian (FWHM 2. 5mm) , Truncated Cosine (FW 5mm)

The basic shapes of the three different profiles considered in this study are compared
in Figure 4.3.

Each profile has a different characteristic shape. Both the raised

cosine and truncated Gaussian profiles fall off fairly rapidly from the centre of the
grating. However, whilst the raised cosine decreases to zero at the grating edges, the
Gaussian profile flattens off due to the infinite wings of a Gaussian function. The
truncated cosine profile reduces to zero at the edges, but rises rapidly towards the
centre of the grating in a more domed or circular shape than the other 2 functions
considered. Therefore when this function is truncated, the envelope height at the
edges rises rapidly with increasing function width.
The investigation compares the spectra of gratings apodised with these 3 different
profile shapes.

The effects of the function shape and width on the sidelobe

suppression, peak shape, bandwidth and interchannel crosstalk are considered.
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Truncated Gaussian Profile
y=exp~(2x~)}
Equation 4-2

The Gaussian function used in this investigation is shown in Equation 4-2, which
yields a function with unity FWHM and height. The absolute width of a Gaussian
function is infinite and so this function is always truncated when used to apodise
gratings. The width of this function is defined in this study as the FWHM.
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function widths between 2.5 and lOmm.

Figure 4.4 shows the theoretical refractive index profile of Gaussian apodised
gratings of length 5mm, with FWHM widths of between 2.5mm and 10mm, the
range under investigation. The narrowest function shown here falls off steeply from
the grating centre and flattens towards the edges, giving a shorter effective grating
length than for wider functions. The widest function yields an almost flat profile,
with very little decrease in height at the grating edge.
decreases, so does the effective grating length.
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As the function width

Truncated Cosine Profile

= cos{7rlxl}

y

Ixl <0.5

y=O

Ixl zO.5
Equation 4-3
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Figure 4.5: Normalised truncated cosine apodisation profiles

The truncated cosine profile is described by Equation 4-3. The function has a domed
shape, as is shown in Figure 4.5, and in this case the function width is described by
the full width where the function decreases to zero.

The broadest function

considered here decreases more at the edges of the grating than in the case of the
Gaussian profile.
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Raised Cosine Profile

. {1r l xl(1 + a)}]

y=0.5 I-sm

[

-a

I-a

( ) ~ Ixl < 0.5
21+a
I-a
2(I+a)

y=1

Ixl<

y=0

Ixl ;:::0.5
Equation 4-4

The raised cosme profile is different from the other two profiles considered
previously. Equation 4-4 describes the function.
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Figure 4.6: Normalised raised cosine apodisation profiles with varying
roll-offfactors, a
The first line of the equation describes the roll-off at the edges of the function.
Figure 4.6 illustrates the variation of function shape with roll of factor, u. The width
of the flat section at the grating centre decreases as the roll of factor,u, decreases
from I to O. A roll off factor of 0 results in a top hat function whilst a value of I
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yields a pure raised cosine envelope. This profile has not been truncated in the study,
and therefore always decreases to zero at the grating edges.

4.4 Fabrication of Apodised Gratings

Apodisation Technique
Fibre

Phase mask

Scanning UV beam

Figure 4.7: The gratings are apodised by dithering the phasemask. The
dither is large at the grating edges, decreasing to zero at the centre

A schematic of the technique adopted for apodising the gratings is shown in Figure
4.7; it is simple yet flexible.

The phasemask is dithered as the beam is scanned

across the phasemask, with the amplitude of the dither being zero at the centre of the
grating and maximum at the grating edges. The phasemask is mounted on a piezo
translator and is dithered from side to side as the beam scans across, allowing
apodisation of gratings being written in pre-assembled devices, such as MachZehnder interferometers. The phasemask is dithered using a triangle wave generated
by a function generator.

The peak to peak amplitude of the triangle wave piezo

translation is controlled by computer and is equal to half the phasemask period at the
grating edges decreasing to zero at the centre of the grating.
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The refractive index profile of the grating can be represented by:

Equation 4-5

where A(z) is the apodisation envelope, F(z) describes the UV fringes, A is the
grating period, z is the distance along the fibre axis and a(z) is the piezo oscillation
amplitude (i.e. the distance that each fringe has be dithered from side to side).

Equation 4-6

describes the fringes generated by the phasemask, and so the piezo amplitude as a
function of distance along the phasemask may be calculated for each required profile
as:
a(z) = ~ cos -1 (~ A(z )) .
21f

A

Equation 4-7

4.4.1 Experimental Procedure
Throughout this study, type I Bragg gratings were fabricated with a length of Smm.
The gratings were fabricated in boron-germania codoped fibre which had been
hydrogen loaded for at least 2 weeks prior to exposure at room temperature and a
pressure of ISO Bar.

The laser used was a frequency doubled argon ion laser,

wavelength 244nm. A telescope arrangement was used in order to produce a well
collimated beam of width

~0.8mm.

The gratings were fabricated by scanning the

beam along the fibre and the phasemask.

As far as possible the experimental

arrangements were kept the same for each grating exposure. The same portion of the
phasemask was used in order to keep the stitch errors present in the gratings as
consistent as possible. In order to maintain a grating reflectivity of ~ 12dB for all the
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gratings, the grating coupling constant,

1(,

had to be increased for gratings with

shorter effective lengths, which meant decreasing the scan speed. A well apodised
grating requires a slower scan speed than an unapodised grating, as the peak value of
the coupling coefficient has to be higher for a given grating reflectivity. The range
of reflectivities obtained for the fabricated gratings was quite large (±2dB) , as this
grating fabrication utility did not include a camera for monitoring the distance
between the phasemask and fibre.

4.4.2 Grating Characterisation
Spectral Characterisation
o~------------------~--~--------------~
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1556.2

Figure 4.8: An unapodised grating viewed in reflection. The grating
sidelobes are far more visible when the reflected power is measured in
decibels
Following exposure, the gratings were heated in an oven for
remove the hydrogen from the fibre.

~ 18

hours in order to

The gratings were then measured using the

technique described in Chapter 3. The most crucial measurements for this
investigation were the reflection spectra of the gratings, as the grating sidelobes are
most visible in reflection.

This is illustrated in Figure 4.8, which shows the

experimental and modelled spectra of an unapodised grating. The laser was stepped
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through wavelengths at a resolution of O.Olnm or less for the reflection
measurements. The power level of the laser peak was recorded for each laser
wavelength.

Refractive Index Characterisation
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Figure 4.9: The refractive index profile of a Raised Cosine apodised
grating measured using discrete Fourier transform spectroscopy

Gratings may also be characterised by examining the grating structure itself The
refractive index profile of an apodised grating is shown in Figure 4.9.

The

measurements were performed using dispersive Fourier transform spectroscopy
(DFTS)5. This grating was fabricated using the quadrupled Nd: YAG laser and shows
quite significant profile noise, which leads to increased sidelobe levels and an
imperfect grating spectral response [190]. The most likely cause of this noise is the
temporal power instability of the laser beam. The asymmetry of the profile is
probably caused by misalignment of the fibre and phasemask during fabrication. It

5

Measurements performed by Gordon Flockhart of Heriot-Watt University. For more information on

DFTS see Appendix 8.1
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was not possible to characterise all the gratings in this study using this method.
However, it illustrates the refractive index modulation of the grating structure well.

4.5 Experimental Results

Truncated Gaussian
Figure 4.10 shows the spectra of 2 gratings apodised with truncated Gaussian
profiles.

The profile widths (FWHM) are lOmm and 3.3mm respectively.

The

theoretical profiles were calculated as described on page 92. The broader of the 2
apodisation functions used in Figure 4.10 leads to more pronounced sidelobes than
the 3.3mm width profile. The height of the Gaussian function at the grating edge for
the broader function width is 0.2. The deviation of the sidelobe shape from that
predicted by modelling is most likely to be due to phasemask stitching errors, or
other phase mask related effects.
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Figure 4.10: Experimental (solid line) and theoretical projiles(dotted
line) of Gaussian apodised gratings, length 5mm. Left: Gaussian FWHM
10mm. Right: Gaussian FWHM 3.3mm

Gratings were fabricated with a variety of function widths, varying from 2.5mm to
10mm.

Figure 4.11 shows the variation of sidelobe suppression with grating
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bandwidth as the function width changes. The sidelobe suppression was calculated
by measuring the separation in dBs of the highest sidelobe from the maximum of the
grating peak. The theoretical values were calculated by modelling the spectra of
gratings with varying apodisation function widths, with a grating reflectivity of
14.11dB, which is the average value for the fabricated gratings.
between the experimental and theoretical values is fair.

The agreement

The error bars show the

deviations in bandwidth and sidelobe suppression caused by the average variation in
reflectivity from the mean value.

The theoretical bandwidths and sidelobe

suppression are generally lower than the experimental values.

This is not

unexpected, as any deviations from a 'perfect' grating tend to broaden the bandwidth
and decrease the sidelobe suppression.

The experimental sidelobe suppression is

limited by the stitching errors on the phasemask and other sources of errors, such as
dirt on the phasemask, irregularities in the fibre properties and a spatially uneven
beam profile.
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Figure 4.11: Comparison between theoretical (line) and experimental
(0) variation of side lobe suppression with grating bandwidthfor
truncated Gaussian apodisation functions.
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Figure 4.12: Variation of 20, 3, and 1dB grating bandwidths with
function width for truncated gaussian apodisation function
For WDM applications, the ideal peak shape would be one with equal 1, 3 and 20dB
bandwidths, meaning that the peak was square and had a very flat top. Figure 4.12
shows the variation in these 3 bandwidth figures with truncated Gaussian apodisation
function width.

The 20dB bandwidth is much wider than the 1 and 3dB values

because for most values of the function width, the sidelobe suppression is less than
20dB with respect to the grating peak. The widest function width here can be seen to
have the narrowest bandwidth and a very square peak top. As the function width
decreases and the sidelobe suppression increases, the 20dB bandwidth decreases and
converges on the values for the 1 and 3dB bandwidths.

However, as the 20dB

bandwidth decreases, the separation of the 1 and 3dB bandwidths increases,
indicating that the peak shape is becoming less square and the sides of the peak are
not as steep as for less apodised gratings.
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Truncated Cosine
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Figure 4.13: Experimental (solid line) and theoretical profiles (dotted
line) o/truncated cosine apodised gratings, length 5mm. Left: Truncated
cosine FW lOmm. Right: Truncated cosine FW 5. 6mm
Figure 4.13 shows 2 gratings apodised with a truncated cosine profile with function
widths of 10 and 5.6mm respectively. The broadening of the grating peak caused by
a narrower apodisation function is well illustrated, as is the fine structure below
-20dB caused by stitching errors and other imperfections.
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Figure 4.14: Comparison between theoretical (line) and experimental (0)
variation of sidelobe suppression with grating bandwidth for truncated
cosine apodisation functions.

Figure 4.14 compares the experimental and theoretical results for the truncated
cosine profile as the function width is varied from 5mm to 10mm. Again, the error
bars illustrate the variations caused by the range of grating reflectivities. The two
points which are ringed are both gratings at > 15dB reflectivity, stronger than the
average value of 13.98 for this data set. This explains the increased bandwidth and
reduced sidelobe suppression when compared with the theoretical values. The trend
here is similar to that for the Gaussian profile, though both the experimental and
theoretical sidelobe suppression levels off at a minimum value of -20dB due to the
steep sides of the profile at the grating edges.
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Figure 4.15: Variation of 20, 3, and 1dB grating bandwidths with
function width for truncated cosine apodisation function
Figure 4.15 shows that the effect ofthe truncated cosine profile on the peak shape is
very similar to that of the Gaussian profile, with the top of the peak becoming more
square as the 20dB bandwidth decreases.
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Raised Cosine
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Figure 4.16: Experimental (solid line) and theoretical profiles (dotted
line) of raised cosine apodised gratings, length 5mm. Left: Raised cosine
a. =0 Right: Raised cosine a=O.B.
The left hand spectrum shown in Figure 4.16 shows an unapodised grating with a
roll-off factor, a=O. The spectrum of the grating with a roll off factor of 0.8 displays
a much faster decrease in sidelobe levels than for the 2 truncated profiles, though the
level of the first sidelobes is similar. However, the peak shape is not as square as for
the truncated profiles.
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Figure 4.17: Comparison between theoretical (line) and experimental (0)
variation of sidelobe suppression with grating bandwidth for raised
cosine apodisation functions.
Figure 4.17 shows the variation of sidelobe suppression with grating bandwidth for
gratings apodised using a raised cosine profile with ex varying between 0 and 1. The
variation of the sidelobe suppression with bandwidth for the raised cosine profile
displays a sharp drop off in sidelobe suppression for grating bandwidths above
~50GHz.

The experimental results are severely limited by the noise level of the

grating spectra. The sharp drop off in sidelobe levels is due to the overall shape of
the function, which always decreases to zero at the grating edges.
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Figure 4.18: Variation of 20, 3, and 1dB grating bandwidths with roll
offfactor, a for raised cosine apodisation function.
Figure 4.18 shows that as the roll off factor of the raised cosine envelope increases
from 0 to 1, there is a much more marked increase in the 1 and 3dB bandwidths than
for the other profiles. The very high 20dB bandwidth for a=O is to be expected as
this grating is essentially unapodised (a top hat profile). The difference between the
1 and 3dB bandwidth is also consistently greater than for the other 2 profiles.
Though the 20dB bandwidth converges on the 1 and 3dB values more quickly than
for the other profiles there is a penalty to pay in the increased 3dB bandwidth
compared to the previous two functions.

This increase in the required coupling

constant may increase the effect of the stitch errors on the profile, which in turn
increases the 20dB bandwidth.
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4.6 Discussion
The study of the three apodisation profiles investigated here has shown that the
spectral properties of a unifonn period grating are highly dependent upon the shape
of the envelope of the grating refractive index modulation. A theoretical comparison
of the variation in sidelobe suppression with 3dB bandwidth is shown in Figure 4.19
for each of the apodisation functions studied here. The figure shows the wide range
of values for sidelobe suppression possible for a given grating bandwidth and
fabrication length.
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Figure 4.19: Theoretical comparison in the variation of sidelobe
suppression with grating bandwidth as the function width or roll off
factor is varied for each of the apodisation profiles
It is important to remember at this point that the gratings in the study were all of the
same UV exposure length. For some of the gratings, a large proportion of the UV
exposure length will have been taken up with apodising the grating.

This is

particularly the case for the raised cosine apodised gratings. The figure shows that
for any given sidelobe suppression, the bandwidth of gratings apodised with a raised
cosine profile is always the greatest. The raised cosine profile is the only profile
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considered here which always decreases to zero at the grating edges, and the
effective grating length is shorter than for the other functions, resulting in a broader
grating bandwidth. Despite this apparent potential drawback of the raised cosine
function, it also results in the gratings with the best sidelobe suppression, for all the
functions considered here.
In contrast to the raised cosine profile, the truncated profiles investigated result in the
best sidelobe suppression for a given grating bandwidth. This similar behaviour may
seem surprising given the very different shapes of the profiles.

However, this

behaviour shows the effect of a non-zero refractive index modulation at the edge of
the grating. The behaviour of the gratings apodised by the different profiles becomes
more similar as the apodisation decreases in each case.

PROFILE

IdBBW
(GHz)

3dBBW
(GHz)

20dBBW
(GHz)

SIDELOBE
SUPPRESSION (dB)

Raised Cosine
a=0.3

36.7

45.1

148.5

-9.1

Truncated Cosine
FW=7.2mm

35.2

45.4

134.6

-12.0

Truncated Gaussian
FWHM=3.3mm

34.0

45.4

291.9

-14.4

Table 4.2: Comparison of experimental parameters of apodised gratings
with 3dB bandwidth ~45GHz.

Table 4.2 illustrates the wide variation m spectral properties of the gratings
fabricated with each of the apodisation profiles, for a 3dB bandwidth of ~45GHz.
Whilst the Gaussian function results in the best sidelobe suppression, it has the
narrowest 1 dB bandwidth, so the grating peak shape is not as square as for the raised
cosine apodised grating, which in this instance results in a sidelobe suppression of
~9dB

but a IdB bandwidth of 39.7dB. Therefore, there is not only a trade-off

between bandwidth and sidelobe suppression, but also between sidelobe suppression
and how square the peak is (which indicates the variation in loss over the 3dB
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bandwidth of the grating peak). A square peak shape can be obtained by increasing
the transmission loss of the grating - however, this in turn raises the sidelobe level
and increases the bandwidth of the grating peak. The effect of stitch errors and other
imperfections are also exaggerated by higher grating coupling constants. In general,
throughout this study, the squarest peak shapes were obtained using the truncated
cosine and truncated Gaussian profiles.

4.6.1 Crosstalk
Another important factor when fabricating gratings for use in WDM networks is
interchannel crosstalk. Whilst there is a requirement for a square peak shape with
low sidelobes it is also necessary to minimise the level of the grating sidelobes at the
position of the adjacent channel. This maximises the isolation between the channels.

Figure 4.20: Interchannel crosstalk caused by grating sidelobes

Figure 4.20 shows what is meant by crosstalk in this study. For any grating, the
crosstalk with the next channel can be calculated as

crosstalk

PSL

= -Pp

Equation 4-8
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Where

PSL

is the sum of the power in the grating sidelobes in the adjacent channel

over the channel 3dB bandwidth and Pp is the power in the grating peak integrated
over the channel 3dB bandwidth.
The variation of interchannel crosstalk with grating bandwidth for the three
apodisation profiles is shown in Figure 4.21. The widths of the 2 truncated functions
and the roll off factor of the raised cosine were varied in order to effect the change in
bandwidth. The crosstalk of the raised cosine apodised grating decreases rapidly as
the roll off factor, a increases from 0 to 1. The crosstalk of the gratings apodised
using the truncated profiles decreases much more slowly.

For any given grating

bandwidth, the raised cosine gives the best reduction in crosstalk and the truncated
Gaussian yields the greatest values for crosstalk between one channel and the next.
This may seem surprising given the results in Figure 4.19 which show that the best
suppression of the highest sidelobe for any given bandwidth is given by the truncated
Gaussian profile and the least sidelobe suppression is given by the raised cosine
profile.
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Figure 4.21: Modelled variation in crosstalk with grating bandwidth as
the properties of apodisation profiles are varied for gratings of 12dB
reflectivity, with a channel spacing of 200GHz
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The reason for this apparent contradiction is illustrated in Figure 4.22.

Here,

comparison is made between the modelled spectra of a raised cosine apodised grating
(roll off factor 0.3) and a Gaussian apodised grating (function width 3.3mro). Both
gratings have the same 3dB bandwidth of 47GHz and reflectivity of 12dB.
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Figure 4.22: Comparison between the sidelobe roll offratesfor gratings
fabricated using Gaussian (w= 3. 3mm, solid line) and raised cosine
profiles (a=O.3, dotted line). Insert shows the apodisation profiles.
The height of the highest sidelobe for the raised cosine profile is 9.4dB below the
grating peak and for the Gaussian profile the sidelobe is 22.3dB below the peak. The
sidelobe levels are approximately equal at 0.8nm from the wavelength of the grating
peak.

1.6nm from the grating peak the sidelobe suppression of the raised cosine

apodised grating is
below the peak.

~50dB

below the peak and for the Gaussian grating is

~ 34dB

The rate of sidelobe roll off for the raised cosine grating is far

greater than that of the Gaussian apodised grating, despite the superior suppression of
the sidelobes immediately next to the grating peak for the Gaussian apodisation.
Thus there is yet another variable to consider when designing gratings for WDM
applications.

The 2 apodisation profiles used to fabricate the gratings shown in

Figure 4.22 have very different shapes, as shown in the insert. The raised cosine
profile used has a flat top and then rapidly decreases to zero at the edges of the
grating, giving rise to a sharp sidelobe drop off away from the grating peak whilst

l15

leaving a few relatively high sidelobes near to the grating peak. The Gaussian profile
decreases gradually but the envelope only decreases to

~O.2

at the grating edge, so

the grating is not fully apodised, leading to the persistent sidelobes away from the
grating peak. The optimised design for WDM channels of 200GHz separation may
not be appropriate for use in WDM systems with a channel spacing of 100GHz.
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4.7 Applications

4.7.1 Spectral Slicing
One elegant application of apodised fibre gratings is spectral slicing of broadband
laser sources in order to effect WDM channel sources, negating the requirement for
separate different wavelength sources. An experiment to demonstrate an application
of this technique to a TDM to WDM optical interface was performed, using gratings
fabricated using the techniques described in this chapter6 .
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Figure 4.23: Experimental configuration for spectral slicing of a
broadband source for orDM to WDM conversion using apodised Bragg
gratings

The broadened pulse source was produced by compressmg pulses from a gam
switched DFB laser (A=1556nm) to 5ps FWHM. The compressed pulses were then
propagated through 8km of dispersion shifted fibre (Ao=1574nm). These 2.5GHz

6

Experiment performed by Des Ryan and Steve Alleston, Photonics Research Group, Aston

University.
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pulses formed the input to the spectral slicing unit shown in Figure 4.23.

The

gratings (a, b and c) reflect the signal at three different wavelengths. The gratings
were separated by fibre stretchers in order to introduce a time delay between the
reflection of the pulses at each particular wavelength, essentially producing a delay
line. The spatial separation of the gratings was adjusted using the fibre stretchers so
that the output from the spectral slicing unit was at 10GHz, with 4 different
wavelength channels each at 2.5GHz (though in this case one was missing), as shown
in Figure 4.23.
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Figure 4.24: Set-up for 10 Gbit/s OTDM to 4x2.5 Gbit/s WDM
conversion using an SOA-NOLM [191].

The switching set-up used was a nonlinear loop mirror with a semiconductor optical
amplifier as the nonlinear element (SOA-NOLM),

shown in Figure 4.24.

The

switching, or control data is a 4x2.5Gbit/s TDM format PRBS signal at 1534nm.
The clock pulses are obtained from the spectral slicing unit and input as shown in the
figure.

Each TDM data channel switches a different wavelength clock channel,

resulting in a 3 channel WDM PRBS output.

ll8

(a)

(b)

(c)

Figure 4.25: Eye diagrams for the 3 channels tested (shortest
wavelength channel at the top)

The eye diagrams for the 3 WDM channels are shown in Figure 4.25. All three
channels show good eye opening, however channel (c) is somewhat noisier than the
others and channel (b) displays a small pulse even when there is no data in the
channel. The origin of this noise is crosstalk between channels (b) and (c). This can
be understood with reference to the spectral diagram inset in Figure 4.23. The two
longer wavelength channels show strong spectral overlap, whilst the short
wavelength channel does not. The spectral overlap is caused by large stitch error
peaks in the spectrum of channel (c), caused by a poor quality phasemask fabricated
using e-beam technology. The origin of the observed channel noise indicates that the
spectral profile of the gratings is critical for this type of application, and poor quality
severely limits the distance over which error free transmission is possible.
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4.7.2 fast Tuneable filter
The wavelength of a Bragg grating can be shifted either by changing the grating
period by straining or compressing the fibre. The change in grating period can be
induced either thermally or mechanically.

However, the thermal expansion

coefficient of fibre is very small (lO-llpm/°C) at 1550nm and silica exhibits
excellent behaviour under stress, making tension or compression of the fibre the
obvious choice for obtaining a wide tuning range of the Bragg wavelength. Grating
compression has previously been used to implement a tuneable fibre laser with 36nm
tuning range [192], and a tuneable filter with 15nm tuning range and a settling time
in the order of milliseconds [193].
The shift of the Bragg wavelength of the grating, !1'A., is related to the change in the
effective refractive index of the fibre core, !1n, and the change in the grating period,
!1A by the following relationship:
LU M
!1n
-=-+-.
A
A
n

Equation 4-9
This wavelength shift can also be expressed as:

Equation 4-10
where Pe is the photo elastic coefficient which has a value of 0.21 [194].

The

resulting wavelength shift is negative for compressive strains and positive for tensile
strains.
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The tuneable filter presented here is designed for use in WDM telecommunication
systems, for wavelength multiplexing and routing or as a wavelength selective filter.
The filter uses a 2.5mm long apodised grating as the spectral element7•

Tuneable
Laser
50:50

Tuneable Filter prototype

Control loop 2

Control loop 1

I Oscilloscope I

Amplifiers and
Controllers
GPIB
i connection

ISource generator I
---.Li__c_o_m_p_u_t_er__\--"__. _____....._. . __.........._. . _.~

i..•.....,.,........ - ..................-,....- .......

Figure 4.26: Schematic diagram of tuneable filter system.
Figure 4.26 shows the system used to characterise the tuneable filter. Piezoelectric
stack actuators are used to axially stress the fibre. The maximum displacement of the
actuators is l2O!J.m and they have movement accuracy better than 2% of the nominal
displacement.

The position of each of the actuators is controlled using a control

loop, which are based on a strain gauge, and the whole system is controlled using a
computer.
The grating is protected by a guiding system, which uses several special shaped
ceramic ferrules and is compressed using steel moveable plates, directly connected to
the piezoelectric actuators.

7

The system is designed to work either with both

The filter was implemented at the Swiss Federal Institute of Technology by Alessandro Iocco as part

of the European ACTS-PHOTOS project. The grating was designed and fabricated at Aston with
Lorna Everall.
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actuators in compression, or one in compression whilst the other is in extension. The
ferrules are designed to minimise the bending of the fibre during compression. The
positioning of the grating in the ferrules is critical, and OLCR was used to locate and
position the grating in the ferrules [195].
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Figure 4.27: Reflection spectra of a 2.5mm apodised Bragg grating
under compression._ Unstrained Grating, ---- compressed grating
(measurement accuracy lOpm).
Figure 4.27 shows the reflection spectra of the compressed grating. The grating in
this case was 2.5mm long and apodised using a raised cosine profile, to yield the best
possible sidelobe suppression and fastest sidelobe roll-off.

The unstressed Bragg

wavelength was 1558nm, the 3dB bandwidth O.7nm, and the spectral rejection 20dB.
The maximum wavelength shift of -44.74nm was obtained with a combined
compression of 240pm (using both actuators), which is the highest tuning range
using a Bragg grating to date. For 30nm tuning range, the spectral shape of the filter
remained almost unchanged. However, for the highest values of compression, the
grating began to buckle resulting in a reduction in the reflected power of3.4dB.
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Figure 4.28: Bandwidth evolution during compression of the grating

The change in the grating bandwidth as the grating is compressed is shown in Figure
4.28.

Again, only very slight fluctuations are observed for the first 30nm of the

tuning range. Over the first 30nm the 1dB bandwidth decreased by O.OSnm, whilst
the 3dB bandwidth exhibited fluctuations of the order of ±O.OSnm and the 20dB
bandwidth increased by O.lSnm.

For wavelength shifts greater than 30nm, the

variation in the 1 and 3dB bandwidths did not change.

However, the 20dB

bandwidth doubled to O.99nm, which correlates with the increase in peak loss shown
in Figure 4.27.
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The wavelength shift of the grating for different actuator displacements is shown in
Figure 4,29, The wavelength shift is linear with a slope

ofO,185nm1~m,

The strain

induced in the fibre due to the compression was calculated from the wavelength shift
and using Equation 4-10 was found to be 3.7%. The deviation of the experimental
results from the straight line fit is due to fibre buckling during compression.
The settling time of the filter was also characterised by measuring the delay between
an external square wave signal used to drive the piezoelectric actuators and the signal
of the tuneable laser, reflected off the tuning grating. The decrease in settling time
for a given wavelength for increased actuator tensions was expected. The settling
time of the filter was limited to a minimum ofO.2ms by the resonant frequency of the
piezoelectric actuator.
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4.8 Chapter Conclusions
A simple method for apodising fibre Bragg gratings has been demonstrated and used
to study the spectral response of gratings constrained in length to 5mrn, fabricated
with a range of apodisation functions. This new fabrication method is more simple
and flexible than that which involves dithering of the fibre [180], as it can be used to
apodise gratings in different pre-assembled fibre devices. Engineers at Alcate1 have
recently adopted the technique in order to fabricate apodised gratings in MachZehnder add-drop filters.
Three different types of apodisation profiles have been investigated for the
apodisation of uniform period gratings. In the case of the truncated Gaussian and
truncated cosine profiles, the function width was varied; in the case of raised cosine
profile, the roll-off factor was varied.

The study has shown that no apodisation

function can be said to be 'best' overall, especially when considering gratings
fabricated subject to stringent length constraints. Many factors have to be taken into
consideration during the grating design process, and the most appropriate apodisation
function will depend on the spectral priorities for a given application. However, for
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a given 3dB bandwidth of the grating peak, the truncated Gaussian profile has been
shown to give the best suppression of the first sidelobe, while the raised cosine
always results in the worst sidelobe suppression. This effect is due to the different
shapes of the 2 functions; more of the grating exposure length is taken up with
apodisation for raised cosine profiles, than for the truncated profiles. Therefore, the
effective length of raised cosine apodised gratings is shorter, resulting in a broader
bandwidth grating. The peak shape (difference between 1dB and 3dB bandwidths) is
also affected by the apodisation function, with the truncated profiles resulting in the
squarest peak shapes. A theoretical comparison ofthe grating spectra has shown that
the rate at which the sidelobes reduce away from the grating peak also varies
according to the apodisation function. For a given 3dB bandwidth, the raised cosine
function was found to result in the worst sidelobe suppression, yet yielded the lowest
crosstalk values for grating arrays with a frequency separation of the arrays of
200GHz.

The use of apodised gratings has been demonstrated in order to effect a TDM to
WDM signal converter.

The gratings were used to spectrally slice a broadened

2.5Gbit/s DFB laser source.

A semiconductor optical amplifier-nonlinear optical

loop mirror (SOA-NOLM) was used to transfer the TDM data to the WDM channels.
The eye diagrams of the wavelength channels indicate that good quality gratings
should be able to be used as a TDMlWDM switch in transmission systems.
However, the poor spectral quality of the long wavelength channel grating lead to
noise on the pulse and crosstalk between the long wavelength channel and middle
wavelength channel.
A grating based fast tuneable filter has been demonstrated, which is suitable for
WDM applications. The filter employed an apodised grating of length 2mm, which
was tuned by compression. A maximum settling time of 1.5ms, and a tuning range
of 44.74nm were achieved.
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5 SPECIAL GRATINGS FOR SENSING DEVICES
5.1 Introduction
Fibre Bragg gratings are now widely used in smart structures for strain sensing [196]
and their versatility means that they also find application in sensing a wide range of
measurands, such as temperature [137] and pressure [136]. Interest has particularly
increased in recent years in the use of FBGs as distributed sensors, and the ability to
measure arbitrary strain profiles.

Techniques are largely based on optical low

coherence reflectometry [197], interferometry and Fourier transform techniques
[198]. Both uniform period and chirped gratings have been used for intragrating
sensing [199,200] and arrays of individual gratings have also been used as quasidistributed sensors [201,202]. From the outset, the challenge has been to produce a
sensor with the capability to measure arbitrary strain profiles with high strain and
spatial resolution.
To date, the techniques presented, resulting in the highest spatial resolution of
300,wn [197], have involved optically probing the grating structure itself However,
LeBlanc et al reported a technique, which involved measurement of the grating
spectrum, using Fourier techniques to infer the grating structure and therefore the
strain distribution within the grating structure [207]. The spatial resolution obtained
using this technique was 0.8mm.
In this chapter, two methods of quasi-distributed strain sensing are presented and
discussed.
length).

The first comprises arrays of very short apodised gratings (2mm in
The results in this chapter show an improvement in the fabrication of

grating arrays designed for distributed sensing over distances of the order of
millimetres. The main advance presented in this chapter involves the novel use of
chirped Moire gratings as distributed sensors. The distinct phase shifts and amplitude
nulls in chirped Moire gratings make them ideal for taking discrete measurements in
a very short distance.

The work on Moire sensors represents a significant
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improvement on the spatial resolution for sensors where the reflection spectrum is
measured.
In addition to the work on quasi-distributed strain sensing, the final section of this
chapter details the design, fabrication and testing of a novel grating sensor designed
to imitate the behaviour of an interferometer.

5.2 Backg rou nd
The theory of fibre Bragg grating sensors is now well known. The change in strain
or temperature of a fibre can be easily determined from the shift in the Bragg
wavelength of a grating AAB, caused largely by stretching or thermal expansion of the
fibre.
The change in strain in the fibre

Equation 5-1
Where AAB is the difference between the strained and unstrained Bragg wavelengths
of the grating, and AB is the unstrained Bragg wavelength of the grating.

~

is the

strain optic coefficient, which describes how the refractive index of the fibre changes
with strain. ~has a typical value ofO.78xl0-6 ,Ui"1[203].
The change in temperature of the fibre

Equation 5-2
where

is the combined thermo-optic coefficient for the fibre which has a value of
6.67xl0-6K 1for germanosilicate fibre[137].
K
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Using Equation 5-1 and Equation 5-2, it is straightforward to calculate the strain or
temperature of a grating; though S and

K

vary with material composition of the fibre.

However, it is difficult to distinguish between strain and temperature information
when both are retrieved by monitoring the shift in Bragg wavelength.

Extra

calibrating gratings that are either isolated from strain or thermally compensated are
required in sensing systems.

5.3 Arrays
Arrays of gratings, where the gratings are separated spatially along the fibre, have
previously been used to measure strain and temperature gradients, though the
gratings are typically separated by a few centimetres. However, it is possible to
perform distributed strain and temperature measurements with significantly higher
resolution than a few centimetres.

The work contained within this next section

illustrates the effectiveness of grating arrays for performing quasi-distributed
measurements with a spatial resolution of a few millimetres.

5.3.1 Introduction

)

Distance

Figure 5.1: The theoretical refractive index profile and associated
transmission spectrum of an apodised grating array
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A basic diagram of an apodised-grating array is shown in Figure 5.1.

The

requirements, in order to provide a high spatial resolution, are that the individual
gratings are very short in length and the separation of the gratings is as short as
possible.

5.3.2 Fabrication ofSensing Arrays
Grating arrays were fabricated using the scanning phasemask method, using the
setup shown in Figure 5.2.

[lIIillliillilllllllllllliilliiillilllllllliilllllllllllilllllllllliilliilllillllllllilliillllill

Micrometer
to strain fibre

Phase mask

Load cell with
digital read out

Scanning UV beam

Figure 5.2: The set-up for fabricating grating arrays by straining the
fibre between exposures

The first grating was fabricated and then the fibre was strained by controlled amounts
before exposures of subsequent gratings.

Stretching the fibre during grating

exposure resulted in a grating at a shorter wavelength when the fibre was eventually
released [204]. The higher the strain, the shorter the wavelength of the resultant
grating.

The spatial separation of the gratings in the arrays was typically only

~0.5mm.

The fibre alignment was adjusted before the fabrication of each grating in

the array to minimise any variations in UV dose of each grating, which results in a
variation in the maximum transmission loss of the gratings. Hydrogen loaded boron
germania co-doped fibre was used to provide maximum photosensitivity. The high
photosensitivity of the fibre resulted in the high UV induced refractive index
modulation required to achieve a transmission loss of ~ 1OdB in very short apodised
gratings.
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Figure 5.3: An unapodised grating array, the individual grating length
is 2mm.
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Figure 5.4: An apodised grating array, the individual grating length is
2mm, and the gratings were apodised using a raised cosine junction,
a=O.7.

The spectrum of an unapodised grating array, with the length of the individual
gratings being 2mm, is shown in Figure 5.3. The array was fabricated using the
quadrupled Nd:YAG laser with a beam size of ~O.5mm. The level of the highest
sidelobe is only

~7dB

below the grating peak, and this can cause problems detecting
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the grating peaks in reflection. For sensing applications, gratings are usually viewed
in reflection, and so need to have a good dynamic range for easy peak detection. In
order to increase the dynamic range of the arrays in reflection, it was necessary to
apodise the gratings in order to reduce the sidelobe level.
Figure 5.4 shows the spectrum of an apodised grating array, where the individual
grating length is only 2rnm.

The gratings were apodised using a raised cosine

function with a roll-off factor of 0.7. The sidelobe level has been reduced as a result
of the apodisation, but the bandwidth of the grating peak is broader than for the
apodised grating array.

The peak broadening has been caused mainly by the

apodisation, though some is due to the fact that the transmission loss of the gratings
in the apodised array is greater than for the unapodised array.

The highest

wavelength grating in the apodised array is of similar transmission loss to the
gratings in the unapodised array and has a narrower bandwidth than the stronger
gratings. There is a definite improvement in the reflection profile of the array due to
apodisation, but noise still remains on the grating peaks.

Very short apodised

gratings such as are shown here have very high coupling coefficients, and due to this,
effects of defects on the phasemask are exaggerated compared to longer apodised
gratings displaying the same transmission loss. In addition, the scan speeds for such
short gratings fabricated with the YAG laser are very small (-50~ms-l) and the
translation stage used to scan the beam along the phasemask and fibre does not run
smoothly at such slow speeds, resulting in profile noise on the gratings.
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Figure 5.5: An apodised grating array, individual grating length 5mm.
The gratings were apodised using a Gaussian junction, FWHM 5mm.
An apodised grating array with individual grating lengths of 5mm is shown in Figure

5.5. The separation of the gratings is O.5mm, and the gratings were apodised with a
Gaussian function, FWHM 5mm. The noise on the grating peaks of this array is
much less than for the array of 2mm gratings, largely because of the reduced
coupling coefficient.

133

5.3.3 Strain Sensing
To my knowledge, grating arrays have not previously been used to measure varying
strain profiles with such high spatial resolution as offered by the structure of these
arrays. In order to test the response of the arrays to a varying strain profile, they
were subjected to a linear strain gradient.

-- Micrometer
to bend beam

distance

Figure 5.6: 4-point bending rig/or engineering a linear strain gradient

In order to realise a linear strain gradient, the gratings were bonded into grooves on a
piece of spring steel using an acrylate based super glue. The steel was bent using a
4-point bending rig, shown in Figure 5.6. The steel rested on two outer knife-edges,
whose position was fixed. The steel was bent by bringing the two inner knife-edges
down onto the steel using a micrometer. The micrometer acted against a spring so
that the inner knife-edges would rise away from the steel when the micrometer was
released. Between the middle two knife-edges of a four point bending rig, the strain
distribution in the steel is uniform. The strain decreases linearly with distance along
the steel to zero at the outer knife-edges [205].
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Strain Gradient Testing of Grating Arrays
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Figure 5.7: Spectra of a 5x5mm apodised grating array, unstrained,
... '........ subjected to a linear strain gradient of -29 j..uimm (highest strain at
short wavelengths)

The spectrum of a grating array before and after being subjected to a linear strain
gradient of -29f1&1mrn is shown in Figure 5.7.

The apodised grating array was

fabricated using a special phasemask with 5 adjacent patches each of length 5mrn
and different periods8 •

Spectral Broadening of Grating Peaks
The grating peaks of the strained grating in Figure 5.7 are not the same shape as
those of the unstrained grating. This is caused by the fact that the individual gratings
are not point sensors, and have a finite length, over which the strain exerted on the
fibre changes. The strain gradient across each of the gratings causes them to become
slightly chirped, and results in some broadening of the reflection peaks. Structure

8

Grating made by Lorna Everall, Aston University.
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becomes evident on the grating peaks because of this chirping effect.

The

broadening of the grating peaks for different arrays used to measure the linear strain
gradient is detailed in Table S.1. Chang et al have recently observed this effect and
reported a special bonding technique for overcoming the problem for individual
gratings [206]. However, this method would be hard to implement for grating arrays.
This broadening of the peaks could cause errors in the detection of the wavelength of
the grating peak and therefore the induced strain, particularly if the broadened peak
has noise at the top.
Grating

SxSmm

SxSmm

No.

Array

1l.'A.

1l.'A.(nm)

(nm)

(nm)

1

0.61

0.06

0.97

0.00

2

0.S7

0.07

1.10

0.00

3

0.64

0.03

LIS

0.00

4

0.S7

0.03

0.97

0.00

S

0.60

0.04

Array 4x2mm
mcrease Array

4x2mm Array 1l.'A.
1l.'A. increase (nm)

Table 5.1 : Spectral Broadening of Grating peaks due to linear strain
gradient of 50f.J&lmm (bandwdith increase accuracy:tO.03nm).

The results in Table S.l show the broadening of the grating peaks due to the linear
strain gradient across the gratings.

The results show that the peak broadening is

more significant for the Smm gratings than for the 2mm gratings, which would be
expected due to the increased grating length and therefore induced chirp. Whilst the
results for the 2mm gratings suggest that there is no broadening, this is probably due
to the limited resolution of the OSA used to measure the bandwidth of the peaks.
Slight variations in the results for the Smm gratings are most likely to be due to the
resolution problems and also imperfections in the bonding of the grating to the spring
steel. A simple calculation using Equation S-1 for a strain gradient of SO!l8/mm, and
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effective grating length of 4mm (due to apodisation of the 5mm grating), yields a
bandwidth increase of O.07nm. Therefore the results in Table 5.1 are ofthe expected
magnitude. A grating of length -lmm subjected to such a strain gradient would only
experience broadening of the order of 0.0 17nm, which as expected is smaller than the
accuracy of the measurements.

Strain Measurements Using Arrays
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Figure 5.8: Measurements of linear strain gradients using a 4x2mm
grating array. 6 74j.1&imm, x 50j.1&imm, 020j.1&imm. (Fhe straight lines
are linear fits).

Figure 5.8 shows the response of a 4x2mm grating array (shown in Figure 5.4) to
linear strain gradients. The symbols are the experimental readings from the gratings
and the lines are straight-line fits.

The strain was calculated from the shift in

wavelength of the grating peaks, relative to the wavelengths of the peaks in the
unstrained state. Equation 5-1 gives the strain for a given wavelength shift. The
spatial resolution of this sensor was 2.5mm, determined by the length and separation
of the gratings.

The grating array was monitored using a broadband source and

optical spectrum analyser (spectral resolution O.lnm). The peak wavelengths were
determined using LabVIEW, and the strain resolution of BilE was determined by the
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spectral resolution of the OSA.

The experimental points agree well with the

theoretical fits and within the errors stated. Variations may be caused by the simple
gluing technique used, leading to slight non-linearities in the strain gradient across
the gratings. This effect may result in the average strain in the grating not being
representative of the strain at the centre point of the grating length.

Discussion on Arrays as Distributed Sensing Devices
The results in the previous sections have shown both that it is possible to fabricate
grating arrays and that they can be used successfully to measure non-uniform strain
profiles. However, there are two main issues that limit the use of such grating arrays
for quasi-distributed sensing.

The number of gratings/unit length in the array limits the length of the individual
gratings. For long arrays with a relatively small number of gratings the size of
individual gratings is not particularly constrained. Gratings with lengths in the order
of 1cm tend to be used because this gives a small reflection bandwidth where the
peak is easily identified. For short arrays the grating-grating separation becomes
comparable to the grating length and increasing the number of gratings over a given
length in the array means that the grating size must decrease. This rapidly increases
the grating bandwidth and decreases spectral resolution of the devices.

The physical length of each grating means that it cannot be treated as a paint sensor.
Changes in the measurand along the grating length ideally result in an average value
being recorded as a result of the shift in wavelength of the grating peak. However,
non-linear changes in the measurand over the grating length may result in spurious
measurements, caused by distortion to the spectral shape of the grating peak (e.g.
splitting of the grating peak).

5.4 Moire Grating Sensors
The previous section of this chapter alluded to shortcomings in the use of grating
arrays for distributed sensing.

Most of the techniques presented thus far for

distributed sensing involve interrogation of the grating structure itself, with many
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requiring the use of interferometers. However, LeBlanc et al have demonstrated a
technique that enables the strain profile to be deduced from the Fourier transform of
the reflection spectrum of a grating [207].
The following section presents the first reported work on the use of chirped Moire
gratings as sensors. Chirped Moire gratings provide a simple and effective solution
to many of the problems associated with grating array sensors, yielding high spatial
and spectral resolution simultaneously.

5.4.1 Chirped Moire Grating Sensor Concept

JI

I

i

Sensor
Positions

Figure 5.9: Schematic of a Moire sensor: The amplitude nulls and
phase shifts in the refractive index profile lead to passbands in the
chirped Moire grating spectrum.
Chirped Moire gratings are usually formed by the inscription of two gratings at the
same position in the fibre. One grating has a slightly different period or chirp-rate to
the other. The amplitudes of the superimposed gratings are added together producing
a beating effect between the two grating refractive index profiles, as shown in Figure
5.9. The resulting amplitude envelope of the refractive index modulation leads to the
formation of bandpass peaks within the grating spectrum, also shown in Figure 5.9.
At the points in the fibre where nulls in the amplitude envelope and phase shifts
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occur, passbands are formed. It is these phase shifts in the grating structure and their
associated passbands, which form the basis of the chirped Moire grating sensor.

Theoretical Description of Chirped Moire Gratings:
The refractive index profile of a Moire grating is given by

21lZ

21lZ) '

Lln(z) = Lln 2 + 2cos Ac cos As

[

Equation 5-3
where

Equation 5-4

Al and A2 are the periods of the gratings and are functions of z for chirped gratings.
The spatial separation of the sensors is given by Ac:

Therefore the number of

passbands in a chirped Moire grating is given by

Equation 5-5
where L is the length of the grating.
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5.4.2 Fabrication ofMoire Sensors
:._-----_.;

uv
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(b)

Figure 5.10: (a) Holographic method and (b) phasemask methodfor
making chirped Moire grating sensors.

The Moire gratings can be fabricated using a number of different methods
[208,209,210].

The gratings used in the first of the Moire grating sensing

experiments were fabricated using the two-beam interference holographic method
[208], shown in Figure 5.10(a). The gratings were made with a frequency doubled
Argon Ion laser (244nm) in hydrogen loaded germanium doped fibre (Ge

~

20mol%l One chirped grating was fabricated (maximum transmission loss ~70%),
then the fibre was translated along the fibre axis before the inscription of a second
grating. The number of passbands in the Moire gratings was dependent upon the
magnitude of the sideways translation of the fibre (typically <lmm). An aperture of
length 5mm was placed in front of the fibre during UV exposure. The aperture was
translated sideways along with the fibre, so that exactly the same length of fibre was
exposed during the second UV exposure, in order to avoid any unwanted effects at
the edge of the grating due to the gratings not fully overlapping. Ultimately, the
length of the gratings was limited by the width of the beam in the holographic
fabrication setup

(~7mm).

However, despite this limitation this method is very

flexible, allowing the fabrication of gratings with centre wavelengths in the range
600-1600nm, and with chirps up to

9

~60nm.

The quadrupled Nd:YAG laser was not suitable for making these gratings, because of the poor

spatial beam quaility and also because of the high coupling coefficient required for these gratings.
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Figure 5,11: --Spectrum of a 5mm long Moire fabricated using the
holographic technique, ......... Modelled response of the Moire grating

The grating shown in Figure 5.11 was fabricated using the technique described
above. The total bandwidth is 12.6nm, average bandwidth of the passband peaks is
0.39nm and the finesse is ~2.5. The finesse of a resonator,
f = passband spacing/passband bandwidth.
Equation 5-6

The variation in transmission loss of the grating minima is largely due to the spatial
profile of the irradiating UV beam. (The modelled spectrum shown in Figure 5.11
was calculated using a Gaussian spatial variation in the beam intensity.) Hydrogen
loaded germania doped fibre was used to provide the high photosensitivity required
because of the fairly large chirp rate of the grating( ~2nm1mm). This fibre was used
in preference to boron-germania co-doped fibre, because of the reduced short
wavelength loss exhibited by gratings in this fibre.

The passbands at short

wavelengths in the transmission spectrum of the Moire grating can exhibit increased
loss due to short wavelength loss originating from the long wavelengths of the Moire
grating.

The increased core-cladding refractive index difference of high germania

doped fibre reduces the coupling between core and cladding modes and therefore the
loss at short wavelengths in Moire gratings.
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Figure 5.12 shows the modelled refractive index profile of the grating in Figure 5.1l.
The average refractive index along the grating length is determined by the spatial
profile of the irradiating UV beam.
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Figure 5.12: Modelled refractive index profile of the Moire in Figure
5.11.

Another method of fabricating Moire gratings uses a dual-scan-phasemask technique,
shown in Figure 5.1O(b)[210]. The first chirped grating is fabricated, then the fibre is
stretched by a controlled amount before the second exposure of the phasemask.
Straining the fibre results in the fabrication of a grating at a lower wavelength than
that dictated by the phasemask. Figure 5.13 shows a grating fabricated using this
method.

The grating is 5cm in length, and the total spectral chirp is 5nm. The

grating has 22 passbands, which exhibit low loss «O.5dB). The bandwidth of the
passbands is O.08nm, and the finesse is ~2.8.
It is possible to fabricate longer devices using the phasemask method, than using the
holographic technique. However, the chirp rate of the grating is determined by that
of the phasemask, and the maximum possible grating length is limited by the
phasemask length (at present up to 10cm). In addition, it was not possible to achieve
such high refractive index modulation using the phasemask method, as for the
holographic method. There was a large amount of light transmitted through chirped
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phasemask in the zero order rather than the first orders, which form the interference
pattern in the fibre core.

Therefore there was a poorer fringe visibility of the

refractive index modulation for the chirped phasemask gratings, than for those
fabricated holographically.
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Figure 5.13: Experimental (-) and modelled ('") spectra of a 5cm
Moire fabricated by dual scan of a 5nm chirped phasemask.

5.4.3Moire Gratings As Distributed Sensors
Strain Sensing
The behaviour of the Moire gratings as strain sensors was investigated using the
same 4 point bending rig as for the grating arrays (see page 134). The gratings were
again bonded into the grooves in the spring steel strip. Data was taken at a variety of
strain gradient values with the lO-peak Moire shown in Figure 5.11. The grating
spectrum was measured in each case using a tuneable laser and OSA giving a
resolution of lOpm. The strain was calculated by comparing the strained and
unstrained wavelengths of the grating peaks and using Equation 5-1.
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Figure 5.14: Experimental results from using a 10 peak Moire grating to
measure a variety of linear strain gradients.

The results obtained for three different strain gradients are shown in Figure 5.14.
The positions of the sensors (phase shifts) were calculated by modelling the grating
spectrum and refractive index profile, as shown previously in Figure 5.12. In this
case IFO_ Gratings was used to model the grating properties. The strain gradient
measurements taken using this Moire grating have a strain resolution of 13j.1E and a
spatial resolution of ~450j.1m. It is difficult to determine the actual sensor length.
The minimum value of the sensor size is given by the length of the phase shift in the
grating structure, leading to a value of ~O.25j.1m. However, a rough maximum value
can be obtained by knowing the chirp rate of the grating. Translating the FWHM of
the grating passbands into equivalent grating length gives an approximate sensor size
of <200J-lm.

In contrast, a 200j.1m long uniform period Bragg grating with a

transmission loss of 7dB, would have a FWHM of

>5nm.

In addition, the

bandwidth of this grating would only increase with greater transmission loss. An
increase in transmission loss for the Moire would result in an increase in the finesse
and thus a decrease in the bandwidth of the passbands.
The work on Moire sensors continues to be developed in conjunction with Oxford
Fiber Optic Tools Ltd. In order to develop a prototype sensor system, a LabVIEW
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program was written by Yu Liu of the Photonics Research Group, to take data from
an OSA and derive the strain or temperature at points along the grating from that
data. Figure 5.15 shows the 22-peak Moire as viewed on the OSA, with a resolution
of 0.08nm. The peaks are not resolved, but the basic structure of the Moire can still
be seen.
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Figure 5.15: 22-peak Moire gratingfabricated using a 5nm, 5cm
chirped phasemask, viewed on an OSA.

Figure 5.16 shows results from the 22 peak Moire used for measuring the strain on
the spring steel in the 4-point bending rig. The LabVIEW program only detected the
central 20 peaks of the Moire, due to the reference levels set for measuring the peaks.
The grating was actually measured in reflection, and the program was used to detect
the valleys instead of peaks, however, this method worked just as well. The strain
was plotted against peak number, giving a fairly straight line due to the constant
separation of the sensors. The strain profile flattens off after peak 18, this is due to
the grating extending onto the region of the spring steel which is in between the
central 2 knife edges of the 4 point bending rig. In this central portion of the bending
rig, the strain is constant. A glitch in the strain is expected at the position of the
knife edge, which can be seen from the results. At present, the resolution of the
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results is limited by the resolution of the OSA, however, it should be possible to
improve on this in time.
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Figure 5.16: Results from measuring the strain of the steel in the 4-point
bending rig using a 5cm Moire sensor and the Lab VIEW program.
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Figure 5.17: Set-up for non-linear temperature profile sensing

Moire gratings also have the potential to be used as temperature gradient sensors.
Two simple experiments were performed in order to demonstrate the principle. The
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first experiment involved using the fibre itself as a non-insulated bar, and using the
Moire grating to measure the temperature along the fibre. One end of the grating
was placed on the edge of a hotplate, the other was supported on a metal block, as is
shown in Figure 5.17. Care was taken in order to insure that the fibre was not
sagging, but was not significantly strained either. The temperature of the hotplate
was measured as close to the grating as possible, using a temperature pro be. The
set-up was shielded to eliminate the effect of air currents on the grating profile.
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Figure 5.18: Results from a Moire grating subjected to an exponetial
temperature profile. The experimental results are shown by symbols, the
lines are theoretical fits.

The Moire grating used for this measurement had 8 peaks, a total bandwidth of
8.5nm and a finesse of 2.5. The results from the hotplate experiment are shown in
Figure 5.18. The error bars shown on the graph represent the uncertainty in the
temperature measurements resulting from the resolution of the OSA. Traces were
recorded on the OSA for various temperatures of the hotplate, once the grating
profile had stabilised. As for the strain measurements, the temperature was derived
by noting the wavelength shifts of the grating peaks. The temperature shift was then
calculated using Equation 5-2.
148

The heat distribution inside the fibre can be modelled by considering the fibre as a
bar. The temperature at a distance x from the hotplate which is at temperature tb,

Equation 5-7

where c is the circumference of the fibre,

E

is the emissivity of the surface,

K

is the

thermal conductivity of fused silica and A is the cross sectional area of the fibre.

Temperature controlled
soldering iron

Figure 5.19: Experimental setup for soldering iron experiment

In order to evaluate the suitability of the Moire grating for measuring arbitrary
profiles, a temperature controllable soldering iron was used to provide a quasi-point
heat source. The apparatus was set up as shown in Figure 5.19. The soldering iron
was mounted on a translation stage with a micrometer movement, so that it could be
translated along the grating. The distance between the soldering iron and the fibre
was

~O.3mm.

The soldering iron was set at a temperature of 200°C. The shift in

wavelength of the peaks was measured using an OSA as before, and thus the
temperature was calculated for each sensor point.

Sets of data were taken for

different positions of the soldering iron with respect to the grating.
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Figure 5.20: Measurements of the temperature profile ~0.3mmfrom a
soldering iron tip, taken using a Moire grating. The different symbols
represent data sets taken at two positions of the iron tip along the
grating, separated by 0.5mm.

The results for the experiment are shown in Figure 5.20. The two different symbols
represent two different positions of the soldering iron along the grating.

The

temperature profile measured by the Moire grating is shifted along the grating length
with the soldering iron, as expected. There is a slight drop in the measured peak
temperature of the profile for the data set (x) compared to that marked by a

e.

This

change in the measured temperature is probably due to the soldering iron being
slightly further from the fibre in this data set, a trend which is evident when studying
all the data sets taken.

The temperature at the fibre due to thermal radiation from the soldering iron tip can
be calculated approximately by considering that the heat flow per second between
two surfaces

Equation 5-8
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Where

(J"

is Boltzman's constant, Ts is the temperature of the soldering iron, Tf is the

temperature of the fibre, K is the thermal conductivity of air, and r is the distance
between the soldering iron and the fibre. For a soldering iron temperature of 200°C,
the calculated temperature at the fibre is 164.5°C.

This value agrees with that

measured using the Moire grating.

5.4.4 Application - Detecting Breakages in Packaged Fibres
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Figure 5.21: Preliminary results showing the effect of breakage at
various points along a Moire grating

Optical fibres are now used for a wide variety of applications, in different
environments - many of which are harsh.

Packaging requirements are becoming

more stringent as fibres are required to stand up to more extreme working conditions,
for example extremes of temperature or exertion to large forces.

The fibres

frequently have to be embedded, or glued into place using resins. Many fibres get
broken during packaging, significantly increasing the unit cost of each fibre device.
One particular example is of laser diodes which have fibre pigtails. The fibres are
embedded in epoxy, and the percentage of devices fit for sale is frequently low. In
order to improve the percentage of devices that are fit for sale, a method is required
for detecting the position in the fibre where the breakage occurs. The Moire gratings
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provide a potential method of locating the point at which the fibre is broken and also
monitoring the strains exerted on the fibre as the epoxy cures.
In order to assess the possibilities of detecting breakages in fibres using Moire
gratings, a Moire grating was broken at various positions along the grating length.
The results are shown in Figure 5.21. Whilst the break cannot be located exactly, the
grating spectrum provides important information as to the approximate location of
the break. The passbands provide 'markers' along the length of the chirped grating,
so that even if the grating is strained, it is still possible to tell where the grating is
broken.

However, if the grating is not chirped enough, then the passbands can

overlap and it is not possible to gain much useful information from the spectra.
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Figure 5.22: A Moire grating embedded in epoxy, showing a break as
the glue hardens
Figure 5.22 shows the evolution of the spectrum of a Moire grating as the epoxy it is
embedded in cures. The grey spectra in each figure are the original spectra of the
grating, before it was embedded.

The right hand figure shows that the short

wavelength end of the grating has become compressed as the epoxy has cured. The
passbands have become indistinct, this is probably due to the relatively narrow
bandwidth of the grating. The grating used for this demonstration was a 5cm, 5nm
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Moire fabricated by dual scan of a phasemask. A 20nrn phasernask would probably
afford better resolution ofthe passbands throughout curing of the epoxy.

5.4.5 Moire Gratings Discussion

Sensor Length
Minimum

ARRAYS

MOlRES

>5OO llm

<2OO llm

Spatial Sensor Length

<45 0 Ilm

Resolution
Strain Resolution

Both at present limited by measuring system.

Fabrication

Apodised individual gratings, 2
uniform period phasemask

Dynamic Range m > 15dB (apodised gratings)

scans

of a

chirped

with

grating

phasernask
-10dB

Reflection
Dynamic Range m Decreases with grating length

Decreases

Transmission

length and increasing chirp

Table 5.2: Comparison of the properties of grating arrays and Moires
considered in this study.

The main aim of the preliminary work on Moire sensors has been to prove the
principle of operation. The results illustrate the versatility of Moire gratings and also
the ability to tailor the grating profile to the specific needs of the application. The
Moire sensors offer the potential for the highest spatial resolution for distnbuted
sensing and it should be possible to improve the strain and temperature resolution
with more sophisticated signal processing methods.
Table 5.2 compares the properties of arrays and Moires relevant to sensmg
applications. The main advantage of the Moire sensors over grating arrays is the
potential for increased spatial resolution.

The spatial resolution of grating array

sensors is severely limited by the grating length. The gratings can be apodised using
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the technique described in the apodisation chapter down to lengths of Imm, however,
there is a penalty to be paid in increased spectral bandwidth. It is possible to make
gratings as short as 500J.Lm which are unapodised, and have a reduced bandwidth
penalty. The Moire gratings, in contrast, effectively have point sensors (depending
on how the physical size of the sensor is defined). It could be argued that the sensor
size in a Moire grating is actually as small as O.5J.Lm, due to the fact that the passband
in the grating is caused by the phase shift in the refractive index modulation. In
addition, the bandwidth of the passbands in the Moire spectrum is determined by the
maximum transmission loss of the grating. The spatial resolution of the arrays is

limited by the length of the gratings themselves, whilst for the Moires it should be
possible to have a spatial resolution <100J.Lm.

The real limitation on the spatial

separation of the sensors in the Moire is the spectral spacing required between the
passbands and therefore the chirp rate required. The transmission loss of the Moire
is limited for gratings with very rapid chirp rates due to the photosensitive refractive
index available. The dynamic range between the peaks and troughs in the system is
important for signal processing, the extra peaks in unapodised gratings viewed in
reflection cause problems for systems which detect peaks, as they can be detected as
main peaks and give spurious readings. The Moire gratings have limited dynamic

range, but the peaks are cleaner than those in the arrays and so should cause less
problems. The real limitation on the dynamic range in both cases is the available
refractive index, mentioned earlier. However, in the case of arrays, the maximum
possible dynamic range is most affected by the limited refractive index in
transmission. In reflection the dynamic range (in dBs) is less affected, and in some
cases is better for weak gratings, though for weak gratings there is significant loss of
power in reflection.
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5.5 Novel Grating Based Sensor
The work in the following section was carried out in collaboration with Tom Allsop
of Plymouth University, who provided the specifications for a sensor. The aim of the
sensor was to imitate the response of an interferometer, using a fibre Bragg grating.

5.5.1 Concept

Compression

Extension

(a) Sensor Operation Regimes

(b) Compressed Grating

Figure 5.23: How the sensor grating works and is interrogated (a)
shows the regions of the grating which measure the grating under strain
and compression respectively, and the position of the DFB at zero strain
(b) shows the interrogation of the grating in a compressed state.

The sensor system was designed at Plymouth University. The idea was to measure
the change in gradient of the novel grating reflection spectrum at a given wavelength
and thus deduce the induced strain. The reflection profile of the sensing grating was
designed so that the response of the system would mimic that of an interferometer.
The grating was interrogated in reflection by a frequency modulated DFB laser with
an operating wavelength of 1555.7nm (the specified central wavelength of the
grating). As the grating was subject to extension, the grating profile shifted to higher
wavelengths.

In compression the profile shifted to shorter wavelengths.

The

position in the grating profile which was interrogated by the DFB changed
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accordingly, as shown in Figure 5.23(b). Figure 5.23(a) shows the regions of the
grating profile used for the 2 regimes. The system measured the amplitude ofthe first
and second harmonics of the resultant signal from the grating and FM DFB.

Theory
The first and second harmonics in the photodetector signal are generated by the
interrogation of the grating profile by a modulated DFB laser, whose signal phase
may be written as:

Equation 5-9

where (/Jd is the phase contribution from noise sources, and tPs from the signal. The
photo current of the detector then can be written as
1D = lOD [1 + V COS(tPd + tPs sin(wst))].
Equation 5-10

The resultant frequency spectrum of the signal received by the photodetector is,
[211]

COS(g,d + t/J, sin (w,t II = COSt/Jd{ J, (t/J.)+ 2tJ,,(¢.}COS(2iw,tl}
- sin

¢d{2t,J,,+, (¢, )sin [(2i +1)w.tl}
Equation 5-11
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PD Signal at position B

PD Signal at position C

Figure 5.24: How the second harmonic amplitude modulation is
generated at different points (A,B, C) on the grating spectrum.

Figure 5.24 can be used to explain how the second harmonic is generated as a result
of interrogation of the grating profile by a FM DFB. At position A, the maximum
amplitude occurs in the middle of the frequency range of the modulated DFB. At the
maximum and minimum frequencies of the DFB, the amplitude is lower than at the
mid-frequency, resulting in an amplitude response which is double the frequency of
the laser modulation.

At position B, the response of the grating profile is

approximately linear, and so the gradient does not change over the frequency range
of the DFB. The resultant amplitude response at this position is a direct replica of
the modulation imposed on the DFB.

At position C, the response is some

combination of higher order harmonics resulting in an amplitude response similar to
that shown in the figure.

System
The system used to interrogate the sensor is shown in Figure 5.25. The laser is
modulated at a

frequency~.

The reflection of the DFB signal off the sensing

grating is detected via 2 lock in amplifiers, one tuned to
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~,

and the other to

2~.

By

plotting the signals recorded from each of these lock-in amplifiers against each other,
the gradient of the grating profile at the wavelength ofthe DFB can be obtained. The
expected lissajous plot shape should be a colloid shape.
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Figure 5.25: The system used for interrogating the sensor
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5.5.2 Grating Specifications

•

Raised Sinusoidal Variation

I

Plateau
Baseline
Wavelength

Figure 5.26: The specification for the spectral response of the sensor

Table 5.3 details the specifications for the sensor. The grating was to be used as a
point sensor, and so had to be as short as possible.
Bandwidth

1.5nm

Central Wavelength

1555.7nm

Grating Length

As short as possible

Spectral Profile

See Figure 5.26

Table 5.3: Plymouth sensor specifications

5.5.3 Grating Design
The simplest design option was to control the variation of grating transmission with
wavelength by adjusting the grating refractive index modulation amplitude along the
length of a chirped grating. This approach was modelled using IFO_Gratings and the
results are shown in Figure 5.27. Figure 5.27 shows modelled grating responses for
1cm long gratings, with various maximum refractive index modulations.

The

following normalised apodisation function was used to vary the coupling constant
along the length of the grating:
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a(z) ~

[0.5 +COS{Jr -( ~)}+[0.5 +2CO+ -( 4~)} ]]f.s.
Equation 5-12

1.0 I-------------~========l
:-dn=O.0005
I

i

0.8
t:

dn=O.0003
dn=o.ooOI

o

.~

~ 0.6

13
'"
~

§

0.4

Z

0.2

0.0

+---~~-'-----+----...!.-----'-----'--'O"+_~-----l

1550.5

1551.0

1551.5

1552.0
1552.5
Wavelength (run)

1553.0

1553.5

Figure 5.27: The modelled effect of varying the grating refractive index
on the spectral response of the filter

In Figure 5.27 the dependence ofthe grating shape on refractive index modulation is
shown.

If the refractive index modulation is too strong then the grating shape

becomes distorted from the ideal sine wave shape. Equally, if the refractive index
modulation is too low, the dip in the centre of the profile is not raised up above zero
sufficiently. It is necessary to have a compromise between achieving the desired
spectral shape and the loss associated with a reduced refractive index modulation.
The maximum possible grating transmission is
distort.
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~70%

before the shape begins to

Figure 5.28: The refractive index profile and transmission spectrum of
the grating novel grating sensor.

A simple representation of the special grating designed for the sensor is shown in
Figure 5.28. It is important that the average refractive index remains constant along
the grating length in order to insure that the chirp remains linear and is not distorted
by increasing or decreasing refractive index.

5.5.4 Grating fabrication and System Results
The gratings were fabricated using the scanning phasemask technique with the
apodisation perfonned, as described previously, by dithering the phasemask during
exposure. (Due to the required grating profile, it was only possible to fabricate the
grating using phasemask techniques). The minimum possible fabrication length of
the grating was detennined by the choice of phasemasks available. A 2nm chirped ebeam fabricated phasemask was used, the grating length was 1cm.

In order to

achieve the required central wavelength high gennania doped fibre was used, which
gave a grating centre wavelength

~ 7.5nm

higher than a similar grating fabricated

using the same phasemask in boron gennania co-doped fibre. The fibre was then
strained slightly during exposure in order to lower the grating wavelength slightly to
that specified.
Figure 5.29 shows the measured spectrum and model of a sensor that provided good
strain measurements. There is however, a slight asymmetry in the profile, probably
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caused by misalignment of the fibre during fabrication. There is also quite a lot of
noise on the spectrum, which may reduce the accuracy of the sensor. However, the
general shape of the sensor is that required and the experimental spectrum agrees
well with theory.
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The results from a working sensor are shown in Figure 5.30. The two lines are for
the full range of compression and tensile strains, which can be detected by the
sensor. The shape is not a true colloid because of the grating shape at the edges of
the profile - the gradient does not decrease to zero as it would if the sine wave were
continuous. The tension and compression profiles are different shapes too, which is
caused by asymmetry in the grating spectrum.
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Figure 5.31: A 1cm grating with only 1nm chirp, displaying the central
peak which appears between the two peaks in the grating design, due to
the chirp on the grating being too small.

There were several problems encountered when fabricating the gratings, which are
worth mentioning here. Figure 5.31 shows the grating profile obtained for a lcm
long grating with insufficient chirp.

As the chirp of the grating is decreased, an

inflexion develops in between the two peaks of the grating, and the height of this
peak relative to the two peaks in the grating design gradually increases with
decreasing chirp.

The problem can also occur because the width of the incident UV

beam is not infinitely small (width

~500J.1m).

IncreasiIlg the width of the exposing

beam has the effect of drawing the two peaks

163

m the

apodisation function closer

together, giving rise to the inflexion problem, as the two peaks are then not spaced
far enough apart in wavelength.
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Figure 5.32: A grating with the refractive index modulation too high,
causing the inflexion problem.
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Another grating exlnbiting the inflexion problem is shown in Figure 5.32. The most
likely cause of the inflexion in this grating is that the maximum grating transmission
loss is too high. Not only is there an inflexion, but the shape of the peaks is distorted
also. The system results from this grating are shown in Figure 5.33. The results can
be used to give no information about the strain on the sensor, this is caused by the
inflexion problem discussed on page 163. Though the achieved spectrum of the
grating does not appear to be that different from the specification, the problem is
caused by the gradient of the grating spectrum changing far more frequently than that
of the specified spectrum.

5.6 Chapter Summary
Two different methods of performing distributed sensing measurements using fibre
Bragg gratings have been demonstrated. The design of grating arrays for use as
quasi-distributed sensors has been discussed, with particular emphasis on the
required apodisation of the individual gratings. The arrays of very short gratings
(2mm) have been used to measure strain and were shown to be effective strain
sensors, capable of measuring changing strain profiles over a few millimetres. The
highest spatial resolution achieved using this technique was 2.5mm, with 4 adjacent
apodised uniform period gratings.

The spatial resolution was limited by the

necessary length and separation of the apodised gratings. Apodising the individual
gratings increased the dynamic range required for locating the grating peaks in
reflection to > 15dB.

However, apodisation of such short gratings resulted in a

grating peak bandwidth of typically O.5nm, resulting in a low spectral and strain
resolution.
Chirped Moire gratings have been presented as a solution to many of the
shortcomings associated with the use of grating arrays as distnbuted sensors. In this
chapter, CMGs have been used as distributed sensors for the first time to my
knowledge. The chirped Moire grating provides a superior solution to distributed
sensing problems when compared to the grating arrays.

Phase shifts along the

grating length behave as quasi-point sensors, which correspond to narrow passbands
with well defined peaks in the grating transmission spectrum. The phase shifts mean
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that the Moire gratings can be used to achieve high spectral and spatial resolution
simultaneously, whereas an increase in spatial resolution for the arrays resulted in a
decrease in the spectral resolution and vice versa The CMGs have been successfully
used to measure a number of different strain and temperature profiles with a spatial
resolution of 450~m.
Finally, a novel grating sensor has been designed and implemented.
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6 THERMAL DECAY OF BRAGG GRATINGS
6.1 Introduction
The commercial viability of fibre Bragg gratings is dependent upon the ability to
predict their long term behaviour in terms of wavelength response and reflectivity
[212]. Many applications require extremely high stability of the optical properties of
gratings over long time scales.

It has been shown that annealing gratings at

temperatures higher than the operating temperature significantly increases the
stability, providing realistic operational performance over 50 years [213]. Grating
lifetimes in various fibre types have been investigated [213,214,215,216,217], and
hydrogen-loaded fibres [218,219,220,221,222,223] have also been studied.
To date, experiments have focused on decay of the grating refractive index
modulation, but have not addressed the additional material decay of the fibre itself
and how this affects the device lifetimes. Douay et af have reported the observed
negative wavelength shift due to annealing gratings in purely Ge doped fibres [224].
However, to my knowledge the results in this chapter are the first to be presented
showing how the centre wavelength shift of gratings as a result of annealing is
affected by the addition of boron to the fibre.

The combination of the changing

optical properties of the B/Ge co-doped fibre and the decay of refractive index
modulation of the gratings results in some positive wavelength shifts being observed.
The findings presented in this chapter have been published [225] and highlight the
importance of considering the changing fibre properties in addition to those of the
grating itself when predicting device lifetimes.
The first part of this chapter investigates the general decay of the gratings themselves
and the

different rates of decay in 3 types of silica fibres:

telecommunication fibre (typically 3-5 mol% Ge), high germania doped
Ge), and boron-germania codoped fibres (>20 mol% Ge).

standard

(~20

mol%

The second part

concentrates on the wavelength shifts due to annealing gratings in boron-germania
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codoped silica fibres and particularly the affect of the boron present in the fibre on
these wavelength shifts.

6.2 Grating Refractive Index Decay

6.2.1 Background
Atkins and Mizrahi have shown that thennal erasure of Bragg gratings in Ge doped
fibres involves the significant reversal of changes to the fibre absorption spectrum
which are induced by UV exposure[226]. Erdogan et al have presented a simple
picture of the photosensitive process represented by a continuum of trapped states
and an empirical model describing the decay of the UV induced index modulation
[213] in AllGeIEr doped fibres 10. This decay of induced refractive index modulation
results in a decrease in the average refractive index of the fibre core, producing a
negative Bragg wavelength shift.

Erdogan investigated gratings fabricated in

AllGeIEr doped fibres and showed that the decay of the UV induced index
modulation can be represented by the normalised integrated coupling constant (ICC),
1
TJ=---1+ A(t/tlt

Equation 6-1
where A=Aoexp(aT) and a=TITo. This theory has since been verified experimentally
by Williams et al for the decay of gratings in boron-germania co-doped fibres [217],
although gratings made in this fibre decay more rapidly than those made in other
types of fibres.

10

See section 2.6.2
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Figure 6.1: Decay of grating annealed at 350CC in B/Gejibre

(R~70%).

Figure 6.1 shows the decay of the ICC of a 70% reflectivity unifonn period grating at
350°C (length 9mm), fabricated in the B/Ge fibre used in this investigation. The
nonnalised ICC is proportional to the UV induced refractive index modulation of the
grating and is calculated from the measured transmission data using the following
relation:

Equation 6-2

where" is the ICC, and

Ttrans

is the grating transmission minimum. The theoretical

fit was obtained using Equation 6-1 with the values for the constants Ao=(3± 1) x10-6,
a=(1.88 ± 0.02)x10-2 Kl and To=(2000 ± 50) K following the same general trend
reported by Williams et al for B/Ge fibre.

The initial value of refractive index

modulation was calculated from the grating reflectivity and bandwidth using coupled
mode theoryll [227]. Following an initial rapid decay in the grating strength, the rate
of change in the refractive index modulation decreases, and the grating becomes

11

See section 2.2.1
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more and more stable.

Erdogan also showed that this decay process could be

accelerated by annealing the gratings at elevated temperatures for a reduced length of
time. This pushes the ICC to a point along the decay curve where the decay over 25
years (for example) is negligible. If the grating in Figure 6.1 were annealed for 6
hours at 350°C, the equivalent decay time at an operating temperature of 80°C would
be 4xl012 years. The relation giving this equivalent decay was derived by Erdogan
from Equation 6-1 as:

t = exp[aT (:z;T _1)]t
2

(Tl iT, )
1
,

0

2

Equation 6-3
where t2 is the equivalent time for which a grating has to be annealed at temperature
T2 in order to yield an equivalent decay to that obtained for heating at T] for a time t].

6.3 Effect of Annealing on Gratings in B/Ge Fibres
It is known that the type of fibre used in the fabrication of FBGs can greatly affect

the stability of gratings at high temperatures. Williams et al showed that the decay
of gratings fabricated in B/Ge fibres is more rapid than in the AllGeIEr fibre used by
Erdogan. The grating decay properties vary greatly with fibre composition and so it
is necessary to characterise the behaviour of gratings in each fibre independently.
Boron/germania co-doped fibre is highly photosensitive, leading to higher refractive
index modulations for lower UV powers and shorter exposure times [228].

The

introduction of boron is used to counteract the increasing refractive index of the core
due to the increased concentration of germania. This allows the photosensitivity of
the fibre to be increased whilst maintaining the numerical aperture at the required
value. However, the addition of boron makes the core softer and, consequently, less
easy to draw into a circular core. Still, boron fibre is especially useful in situations
where standard fibre will not suffice. For instance, when making gratings with the
quadrupled Nd:YAG laser, where the irradiating wavelength is in the tail of the
absorption band of the fibre, or when a large refractive index modulation (Lln.>10-3 ) is
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required. A drawback though, is that gratings fabricated in B/Ge codoped fibres
exhibit far lower thermal stability than those fabricated in other Ge codoped
fibres[216]. At the time that the work contained in this chapter was carried out, there
was little published data on the behaviour of gratings in B/Ge fibre. In particular,
there was no information on the expected wavelength shift of gratings in B/Ge fibres
during annealing, or during the grating lifetime. This chapter aims to address this
OITIlSSlon.

Experimental Procedure
The gratings under investigation were fabricated in 3 types of fibre: boron-germania
codoped, standard telecommunications and hi-germania doped silica fibres, all of
which are single mode at 1550nm.

Uniform period gratings were fabricated

holographically [229] using a cw argon ion laser (244nm wavelength).

Type I

gratings were fabricated with a length of 6mm and a range of refractive index
modulations in both hydrogen-loaded and non-hydrogen-loaded fibre, producing a
range of UV induced index modulations. The gratings were intrinsically apodised by
the Gaussian profile of the laser beam. The fibres were hydrogen-loaded at 150
atmospheres at room temperature for at least 2 weeks prior to grating inscription and
then stored for 2 weeks at room temperature following inscription to allow outdiffusion of the hydrogen [230], thereby ensuring that subsequent measurements
were not influenced by this out-diffusion process. Each grating was spliced onto
longer pigtails to facilitate monitoring of the grating spectrum during the annealing
process.
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Broadband
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/
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Figure 6.2: Experimental set-up for monitoring gratings during
annealing
The experimental arrangement for monitoring the gratings during annealing is shown
in Figure 6.2.

Each of the gratings was annealed isothermally in a temperature

controlled tube furnace for 6 hours at a constant temperature in the range IS0°C to
475°C; care was taken not to strain the fibre in the tube. The grating transmission
spectra were monitored during the annealing process using an optical spectrum
analyser (OSA) and broadband erbium fluorescence light source. The grating spectra
were recorded during the annealing process, at set time intervals the central
wavelength and transmission loss of the grating were calculated and recorded. In
addition to this monitoring, the grating spectra were also measured at room
temperature before and after annealing.
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Figure 6.3: Change in bandwidth and coupling constant for a grating in
B/Ge fibre at 350 'C.

Figure 6.3 shows the evolution of the bandwidth during annealing of the grating
shown in Figure 6.1, the decay of the ICC is also shown for comparison.

The

bandwidth of the grating decreases as the grating decays, which is to be expected as
the bandwidth is dependent upon the UV induced refractive index modulation.
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As can be seen in Equation 6-1, the amount of L1n decay experienced by a grating is
dependent upon the annealing temperature. Figure 6.6 compares the refractive index
modulations of gratings with initial transmission losses· of 50, 70 and 90% and of
length 6mm before and after 6 hours annealing at 200, 300 and 400°C, in the
non-hydrogen-loaded B/Ge fibre. There is an increase in the fractional decay of Lin
with annealing temperature, indicating a higher decay rate at higher temperatures.
The weakest gratings at both 300 and 400°C have disappeared, confirming that
gratings fabricated in B/Ge codoped fibres have poor high temperature stability.
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Figure 6.5: Changes in Reflectivity during isochronal annealing of a
.
grating in B/Ge codoped fibre.
In Figure 6.5, a grating fabricated in hydrogen loaded B/Ge codoped fibre was
annealed initially at 325°C and then the temperature was increased in increments of
50°C. The grating was held at each temperature for 20 minutes. The rate of decay of
the grating increased slowly with each temperature increment until the rapid decrease
in reflectivity and 'death' of the grating at the relatively low temperature of 475°C.
Other authors give examples of good grating stability up to and above 700°C for
other Ge codoped fibres, with co dopants Pr,Al,Er and Sn for example [216,214].
This experiment again illustrates the poor temperature stability of gratings fabricated
in B/Ge doped fibres.
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The poor temperature stability of gratings in B/Ge fibre is compared to that of
gratings in standard and highly Ge doped fibres in Figure 6.6. The remaining

~

of

gratings in the B/Ge codoped fibres is less than half that of gratings fabricated in the
other two fibres when annealed for 6 hours at 400°C.

This high temperature

behaviour of gratings in B/Ge fibres severely limits their use in harsh conditions.
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6.4 Study of Annealing Wavelength Shifts In B/Ge
Co-doped Fibres
This section of the chapter investigates the effect that the addition of boron to fibre
core has on the shift in Bragg wavelength as a result of the decay of gratings in B/Ge
codoped fibres.

6.4.1 Introduction
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Figure 6.7: Changes in the Bragg wavelength of gratings in B/Ge fibre
during isochronal annealing.
Whilst the introduction of boron to the fibre core increases the fibre photosensitivity,
it brings with it complications involving the spectral response of the gratings with
ageing. As discussed earlier, the stability of these gratings at elevated temperatures
is poor.

However, whilst annealing gratings in B/Ge fibre another effect was

observed, illustrated in Figure 6.7.

As the gratings were annealed, the Bragg

wavelength increased rather than decreasing as would be expected if the only
mechanism affecting the Bragg wavelength was that of the decay of the UV induced
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refractive index modulation.

This wavelength increase became greater as the

temperature was increased, until 475°C, where the rapid decrease in UV induced
refractive index became the dominant effect and the grating disappeared.
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The magnitude of the wavelength shift can be seen in Figure 6.8, which shows
wavelength shifts experienced by gratings fabricated in 3 different types of fibres
annealed for 6 hours at 400°C. From this graph it can be seen that for gratings
fabricated in pure germanosilicate fibres, stronger gratings experience a greater
negative wavelength shift than weaker gratings associated with a greater decrease in
refractive index due to the initial grating strength. However, for gratings fabricated
in boron-germania codoped fibres, a shift to longer wavelengths is observed.

In

addition, the largest red wavelength shifts are observed for the weakest gratings. The
remainder of this chapter explains this phenomenon in terms of combining existing
theories in order to predict the wavelength shifts experienced by gratings in B/Ge
fibres.
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6.4.2 Theory
Two different mechanisms are responsible for the shift in Bragg wavelength of
gratings in boron-germania co-doped fibres. The first is the decay of the UV induced
refractive index, which results in a decrease in the average core refractive index (as
described previously in this chapter).

This mechanism explains the observed

negative wavelength shift. However, it is evident from Figure 6.8, that this is not the

only mechanism present in the annealing of gratings in B/Ge co-doped fibres which
contributes to a change in the Bragg wavelength. Camlibel et al. showed in 1975
that the refractive index of borosilicate fibre cladding increases as the fibre
anneals[231].

They showed that, as the fibre ages, the refractive index of the

borosilicate cladding changes as follows

Equation 6-4

where F is the activation energy, ks is Boltzmann's constant, and Llno is the
difference in refractive index between fully annealed and fully quenched borosilicate
glass. The temperature at which the borosilicate fibre is fully annealed is dependent
upon the annealing time. This is illustrated in Figure 6.9; the values used to calculate
the curves, F=O.91eV,

To=(1.3±O.2)xl0-6 S-1,

Llno=(4.5±O.5)xl0-4 were obtained from

fitting this theory to our experimental data shown in Figure 6.11 later in the chapter.
The graph shows that significant changes in refractive index can occur at below
100c C during device lifetimes, and also under the conditions required to anneal
gratings after inscription.
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In order to predict the wavelength shift experienced by gratings written in this fibre,
both effects must be taken into account. The wavelength shift caused by annealing
gratings in B/Ge fibres may be determined by
~ATOTAL =

shift due to decay of ~n

+ shift due to annealing of borosilica

+ shift due to decay of UV induced DC contribution

Equation 6-5
where

Equation 6-6
and Agr

is the wavelength of the grating,

L1ninitial

is the calculated initial index

modulation, 1/ is the final normalised ICC, and N accounts for any background UV
induced refractive index change caused by non-unity fringe visibility.
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Figure 6.10: Predicted wavelength shifts for gratings of varying
strengths fabricated in boron/germania co-doped fibre annealed for 6
hours.(-- Shift due to boron annealing, ~ (dn=5x10· 5), _(L1n=8x10·
4), • (L1n=2x10· 3). In each case the hollow symbols and dotted lines
show the shift due to grating decay, and the solid line and symbol shows
the total shift of the grating).
Using this simple empirical model it is possible to predict the wavelength shift
experienced by a grating in B/Ge codoped fibre during annealing. Figure 6.10 shows
the predicted wavelength shifts when annealing gratings with a variety of initial
refractive index modulations (L1n=0.00005, 0.0008, 0.002).

The solid lines with

symbols represent the overall shift for a grating in this fibre. The heavy solid line at
the top ofthe graph shows the refractive index change of the core due to annealing of
the borosilica, and the dotted lines are the wavelength shift due to the grating
refractive index decay. The wavelength shift experienced by the grating is dependent
upon the initial strength of the UV induced refractive index modulation of the
grating. For weaker gratings, the effect of the boron dominates, but for stronger
gratings there is still a strong shift to shorter wavelengths. It can also be seen that
over these timescales the boron is not significantly annealed until temperatures of
~400°C

are reached.
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6.4.3 Experimental Results
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Figure 6.11: Experimental and predicted values of annealing wavelength
shifts for gratings of varying initial refractive index modulations (values
beside data points) annealedfor 6 hours.

To verifY the

mode~

a number of type I gratings [6] were fabricated in hydrogen-

loaded B/Ge fibre, using a uniform period phasemask [232] and a pulsed frequency
quadrupled Nd:YAG laser (266nm wavelength). The gratings were of varying length
and reflectivity, producing a range ofUV induced index modulations.
Figure 6.11 shows the wavelength shifts experienced by gratings annealed for 6
hours at several temperatures. The initial UV induced refractive index modulation of
each of the gratings is given alongside the corresponding data point and was
calculated using coupled mode theory [11]. The theory in Equation 6-5 has been
fitted and is shown as .... on the graph. Fitting the data yielded values of F=0.91eV,
'0=( 1.3±0.2)x 10-6 S-I, Llno=(4.5±0.5)x 10-4· Shifts to longer wavelengths as large as

0.75nm were observed for gratings with an initial refractive index modulation of
<lxl0-4. This occurs where the positive change in refractive index of the fibre core
due to annealing of the boron is far greater than the negative average change in
refractive index due to decay of the UV induced refractive index modulation. In
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contrast, negative wavelength shifts of up to 2.83nm have been observed for gratings
in B/Ge fibre with initial Lin = 2.7xl0-3 • Such large negative shifts are due to the
rapid decay of the grating structure in B/Ge fibres resulting in a reduction in
reflectivity from 100% to 33%. Matching experimental and theoretical data shows
agreement of wavelength shift of ± 0.05nm. This accuracy decreases for stronger
gratings to ±0.3nm due to the difficulty in determining the initial refractive index for
strong gratings.
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Figure 6.12: Experimental (points) and predicted values (line) of
annealing wavelength shifts for gratings with initial reflectivity of ~ 70%
annealed for 6 hours.
Figure 6.12 shows the wavelength shifts experienced by gratings with initial
Lin~ 1.1 xI 0-4 annealed for 6 hours at different temperatures: these gratings were

fabricated in non-hydrogen loaded B/Ge-doped fibres using the argon ion laser and
side exposure holographic technique. As the temperature is increased to 275°C, an
increasing downward shift the wavelength is observed. However, when 275°C is
reached, the boron annealing begins to affect the wavelength shift and becomes more
dominant than the negative shift caused by the decay of the grating itself
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Figure 6.13: Experimental (points) and predicted values (line) of
annealing wavelength shifts due to boron annealing for 6 hours.

Figure 6.13 shows the grating wavelength shifts, observed and predicted, due to
annealing of boron alone.

The data for Figure 6.13 was calculated from the

experimental data in Figure 6.12 using Equation 6-5. The wavelength shift due to
grating decay, calculated from the measured decay in reflectivity, was subtracted
from the measured grating wavelength shift. Though this effect is pronounced, it is
easily overlooked when annealing strong gratings, as can be seen in the modelled
predictions in Figure 6.10.
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6.5 Discussion
The decay of gratings fabricated in B/Ge fibres is markedly different from those in
pure germanosilicate fibres.

The decay of the grating structure in B/Ge fibres is

more rapid than for those in germanosilicate fibres, with gratings not surviving for
temperatures above

~450°C.

The wavelength shifts exhibited by gratings in boron

fibres are not only as much as 6 times larger than in germanosilicate fibres, but the
wavelength shift is positive, not negative as is the case for germanium doped fibres.
Both of these characteristics mean that the use of boron-germania doped fibres must
be carefully considered when fabricating gratings for use in devices requiring long
lifetimes, and robust behaviour.
Even at the highest temperatures at which gratings in B/Ge can be annealed before
they are completely destroyed, the boron in the fibre is not completely annealed,
meaning that the wavelength of annealed gratings could still increase during the
grating lifetime.

A grating made in this type of B/Ge fibre at

~1550nm

can be

expected to exhibit a wavelength shift up to O.8nm due to annealing of the boron.
For jacketed fibre one possible solution may be to pre-anneal the fibre before
fabrication.

An elevated temperature <200°C for at least one week would be

required. However, temperatures this high have detrimental effects on fibre coatings
and tend to make the glass brittle. These results have important implications for the
implementation of grating devices in B/Ge fibres.

Gratings fabricated in the fibre

studied display complex properties on annealing.

To ensure grating stability, the

boron in the fibre must be completely annealed and thus care should be taken when
predicting the lifetimes of gratings.

In addition, as the borosilica anneals, the

refractive index of the fibre core increases, meaning that the boron may no longer do
the job of reducing the refractive index. This work may also have implications for
gratings made in suppressed cladding mode fibres (which have boron added to the
cladding to lower the refractive index)[233]. Annealing effects will have to be
considered carefully, as the refractive index of the cladding will rise if the gratings
are annealed in the conventional manner. This may reverse the mode suppression
effect that the boron was introduced for.
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~on-hydrogenloaded

Hydrogen loaded

B/Ge fibre

B/Ge fibre

Ao

4x10-6

3x10-6

a

1.9x 10-2K- 1

1.88x 10-2K 1

To

2000K

2000K

Table 6.1: Comparison between decay coefficients for gratings in nonhydrogen loaded and hydrogen loaded B/Ge codoped fibre.

Over the years, there have been varying reports on the effect of hydrogen loading on
the annealing of Bragg gratings. In this study, no significant effects were observed;
that is, the effect observed here, of the shift in Bragg wavelength due to annealing of
the borosilica, is more dominant than any effect of hydrogen loading on the
wavelength shift of gratings made in B/Ge fibres.

However, the coefficients

describing the decay of gratings for the cases of hydrogen loaded and non-hydrogen
loaded gratings used in the study are shown in Table 6.1. The variation in values
shown here is consistent with the error values previously quoted for the values in
section 6.2.1. The results in this chapter show that under the conditions considered
here, the effect of the hydrogen on the decay process does not seem to be significant.

6.6 Conclusions
Decay of FBGs in non-hydrogen loaded and hydrogen loaded B/Ge codoped fibre
has been found to agree with the theoretical model presented by Erdogan over
timescales of 6 hours, with values of Ao=(3± 1) x10-6, a=(1.88 ± 0.02)x10-2 Kl and
To=(2000 ± 50) K for the decay constants. Grating bandwidth has been shown to
decrease more rapidly than the ICC and stabilise more rapidly. As expected, higher
annealing temperatures give rise to a greater decay of the grating refractive index
modulation. The reported poor high temperature stability of gratings fabricated in
B/Ge codoped fibre has also been confirmed with gratings becoming extinguished at
temperatures below 500°C. The decay of gratings fabricated in 3 different types of
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fibre has been studied:

standard telecommunications, high germania doped, and

boron-germania-co-doped fibres.

The gratings that show the least change in their

properties during annealing are those fabricated in standard telecommunications
fibres.
In particular, the thermal decay experienced by fibre Bragg gratings fabricated in
boronlgermania co-doped fibre has been studied. A shift of the Bragg wavelength
during annealing of gratings in B/Ge codoped fibres has been observed.

Two

processes must be considered when modelling the effect of annealing: the thermal
decay of the UV induced refractive index change of the grating and the thermal
annealing of the boron related refractive index of the fibre. Grating wavelengths can
shift to higher or lower wavelengths on heating depending on the initial refractive
index modulation of the grating. For weak gratings (initial Lin <2xl0-4) positive
wavelength shifts of up to 0.5nm have been observed when heated at 425°C
compared with a shift of -2.83nm for a strong grating (initial Lin = 2. 7x 10.3) heated at
400°C for 6 hours. Thus the combination of the change in optical properties of the
fibre during annealing due to the added boron and the decay of the grating refractive
index modulation has a significant effect on both the magnitude and direction of the
central wavelength shift exhibited during annealing.

By combining the theory on

both processes, annealing wavelength shifts and long term behaviour of gratings in
B/Ge fibre can be accurately predicted (±0.3nm). The theory has been shown to be
in good agreement with the experimentally obtained data. There was no noticeable
effect due hydrogenation of the fibres under the annealing conditions considered
here.
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7 THESIS CONCLUSIONS
The work contained in this thesis has been concerned with the fabrication and
application of short and novel structure in-fibre Bragg gratings. The majority of the
gratings were fabricated using the scanning phasemask technique. In particular, a
fabrication utility based on a frequency quadrupled Nd:YAG laser (266run) was
developed, requiring methods for removing most of the power of the laser beam. A
camera was installed to monitor the alignment of the fibre relative to the phasemask,
enabling the investigation of various alignment parameters. The distance between
the phasemask and the fibre, and the width of the UV beam both affect the grating
transmission loss for a given exposure time.
monitoring

alignment

The addition of the camera for

dramatically increased the reproducibility of grating

fabrication. The camera enabled the detection of undesirable effects such as static
between the fibre and the phasemask causing the fibre to bend if the fibre is placed
too close to the phasemask. Damage gratings were fabricated using the quadrupled
Nd:YAG laser, and attempts were made to fabricate type IIA (negative index)
gratings though with mixed success.
A new method for apodising gratings has been demonstrated, and shown to be simple
yet flexible. The apodisation method was used in the fabrication of gratings for an in
depth study of the apodisation of gratings restricted in exposure length to Smm.
Three families of apodisation profiles were investigated, each having a different
characteristic shape.

There was good agreement between the experimental and

modelled grating spectra.

However, the effect of stitch errors and other

imperfections in the grating structure could be clearly seen in the spectra of these
short gratings. The study showed that no apodisation function could be said to be
best overall, but that each family of functions had different advantages depending on
the priorities of the application. For any given 3dB bandwidth of the grating peak in
reflection, the raised cosine function always resulted in the poorest sidelobe
suppression but yet yielded the fastest roll-off of the sidelobes from the grating peak.
The function yielding the best sidelobe suppression for any given grating bandwidth
was the Gaussian. The peak shape was also studied, with the truncated cosine and
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Gaussian profiles resulting in the squarest peak shapes. The use of apodised gratings
in 2 telecommunications applications was demonstrated.

Apodised gratings were

used in the implementation of a novel TDM to WDM optical interface and also in a
tuneable grating filter producing the widest tuning range (44.74nm) of a grating filter
presented so far.
Two different methods of performing distributed measurements of strain and
temperature have been presented.

The first method employed grating arrays

comprising very short apodised gratings (individual grating exposure length 2mm).
The arrays of very short gratings have been shown to be very effective in measuring
strain profiles with a spatial resolution of 2.5mm.

However, the short apodised

gratings had a 3dB bandwidth of O.5nm in reflection, which will restrict the strain
resolution of the sensor. In addition, chirped Moire gratings have been demonstrated
as an elegant solution to many of the problems associated with distributed sensing of
arbitrary profiles using fibre Bragg gratings.

Chirped Moire gratings yield both

quasi-point sensors and very narrow passbands providing the possibility of achieving
high spatial and spectral resolution simultaneously. A spatial resolution of 450JlIIl

has been achieved by monitoring the grating spectrum, which is the best reported to
date for distributed grating sensing performed by measuring the grating spectrum.
However, results indicate that this is by no means the limit of the resolution possible
using Moire gratings.
The technique presented for apodisation of Bragg gratings enabled the fabrication of
a novel fibre Bragg grating sensing element, designed to imitate the behaviour of an
interferometer.

The amplitude of the refractive index modulation of a chirped

grating was varied along the grating length, resulting in a spectrum with a sinusoidal
variation in transmission loss with wavelength. The strain resolution achieved using
this sensor was 20p&.
The behaviour of fibre Bragg gratings fabricated in Boron-Germania-co-doped fibres
has been studied. Gratings in these fibres have been found to behave in a different
manner to those fabricated in germania-doped fibres. A positive shift of the Bragg
wavelength during annealing of some gratings in B/Ge codoped fibres has been
observed.

Two processes must be considered when modelling the effect of
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annealing: the thermal decay of the UV induced refractive index change of the
grating and the thermal annealing of the boron related refractive index of the fibre.
Grating wavelengths can shift to higher or lower wavelengths on heating depending
on the initial refractive index modulation of the grating. For weak gratings (initial
Lin <2x 10-4) positive wavelength shifts of up to 0.5nm have been observed when

heated at 425°C compared with a shift of -2.83nm for a strong grating (initial Lin

=

2.7xlO-3) heated at 400°C for 6 hours. By combining the theory on both processes,
annealing wavelength shifts and long term behaviour of gratings in B/Ge fibre can be
accurately predicted (±O.3nm).

7.1 Future Work
Whilst the work in this thesis has provided the answers to many questions, it has
highlighted several areas which require further investigation. There are many areas
of general grating fabrication which could be improved, particularly concerning the
fabrication of gratings using the Nd:YAG laser. An unusual growth of gratings using
the Nd:YAG laser has been highlighted. This observed growth could be explained in
terms of fringe visibility, or perhaps in terms of growth of negative index (type IIa)
gratings. The exact mechanism and the effect of other parameters on this observed
growth such as laser power, and strain on the fibre, need to be determined.
The apodisation chapter is a self-contained study but opens up the possibilities for
similar studies to be carried out on other apodised gratings, such as sinc apodised
gratings. Another interesting investigation, would be to see if type IIA apodised
gratings could be fabricated using this method, as they are reputed to have a higher
temperature stability than type I gratings.
The work presented in this thesis on quasi-distributed sensing using grating arrays
and Moire gratings provides many avenues for further research.

Longer grating

arrays could be used for quasi-distributed sensing over longer distances (a few
centimetres) whilst the concept of Moire gratings as sensors should be improved to
increase the spatial resolution to the order of 100Jlm. A method of experimentally
determining the exact position of the phase shifts in the Moire refractive index
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profile would be invaluable for this application. Both these distributed sensors are
suitable for trial in various applications, such as monitoring bond-lines on aircraft
structures, and in the fibre packaging industry.
Finally, the long-term stability of gratings is an on-going issue. The work on the
thermal decay of gratings in B/Ge fibres has highlighted several areas which require
further investigation.

The work in this thesis highlighted the need to study the

thermal evolution of grating spectra in depressed cladding fibres, as the annealing of
the borosilica cladding may cause the reappearance of the cladding mode losses. In
addition, preannealing B/Ge fibres may help to minimise the wavelength drift of
gratings due to annealing of the boron.

7.2 Final Thoughts
This thesis has been concerned with many of the aspects that are being considered as
fibre Bragg gratings continue to make the transition from the research laboratory to
the commercial world.

The need for cost effective mass production facilities,

capable of producing a variety of different gratings to meet customer needs is
becoming increasingly evident. Fabrication techniques, such as that presented in this
thesis for apodising gratings, capable of producing almost any profile in any device,
are required to meet the increasing demand for tailor made gratings. The need for
automated fabrication of gratings is required if they are to be able to provide a costeffective solution.
Research in fibre Bragg gratings is increasingly moving towards their application to
industrial problems.

In many instances, Bragg gratings provide the ideal device

solution. However, if they are to be fully exploited research into simple solutions,
such as that presented here in the chirped Moire grating sensor, is imperative. The
work on the thermal decay of gratings in Boron-Germania co-doped fibres has
highlighted the importance of full characterisation of fibres for grating fabrication, as
gratings are now being implemented in devices designed to last 25 years or more.
Gratings embedded inside composite structures are expected to last the lifetime of
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the structure itself Whilst much work has been done on the spectral and material
lifetime of gratings, the is undoubtedly still much research remaining.
Finally, Bragg gratings provide a simple, fibre-compatible solution to a seemingly
never-ending array of applications and look to have a very bright future.
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8 APPENDICES
8.1 Dispersive Fourier Transform Spectroscopy
(DFTS)

r--------·------·---m-----·---j. . .H_e_N_e
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~SLD
Figure 8.1: Dispersive Fourier Transform Spectroscopy (DFTS) set-up

Figure 8.1 shows the set-up used by Heriot-Watt University to interrogate fibre
Bragg gratings [234,235]. DFTS allows the measurement of both amplitude and
phase. The set-up is based on a scanning Michelson interferometer. The fibre Bragg
grating under interrogation acts as a mirror and the He Ne laser is used to calibrate
the optical path difference during the scan. Differences in path length and dispersion
between the two arms of the interferometer will produce a phase difference between
the two recombining beams. The interferogram received by the detector monitoring
the signal from the grating is a direct representation of the refractive index
modulation of the grating. The grating spectrum can be obtained by performing a
Fourier transform of the interferogram [14].
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8.2 Transfer Matrix Method for Modelling Gratings
The transfer matrix (T-matrix) method is widely used for modelling the spectrum of
long and complex-structure Bragg gratings [236,237]. The grating structure is split
into segments, and the coupled mode equations are used to calculate the response of
each grating segment. The principle of the T-matrix method is illustrated in Figure
8.2.

a(O)

"'-

<

a(L)=O
'>b(L)=bL

b(O)

o

L

jth segment

Figure 8.2: T-matrix model
The propagation of the forwards (b) and backwards (a) modes through a grating
segment oflength I, can be described by Equation 8-1 :

a(o)] = [7;.1 7;.2 ][a(l)]
[b(O)
T21 T22 b(l)
Equation 8-1

where
T

-T • - ~.Bsinh(S/)+iScosh(S/)

1 II -

22

-

is

exp

(_.p I)
1 0

'

Equation 8-2

TJ2

(S/) C. )
=T21 * = K sinh
is exp IPol ,
Equation 8-3

194

This method is ideally suited to calculating a the response of a cascade of gratings, or
a non-uniform grating structure made up of lots of different segments (e.g. a chirped
or apodised grating). For a non-uniform grating:

a(o)]
r} {a(L)]
[ =[TM ITM- J"'iT} ... .[~
b~

1

b~)

Equation 8-4
This method of grating spectrum modelling is used by the commercial package
IFO_ Gratings, which is used to model some of the gratings in this thesis.
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